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Objective

• Investigate the impact of power electronics packaging materials and geometric 
design on the substrate attach
– Large-area attach
– Prone to thermal cycling.

• Typical substrate attach materials are
– Solders such as 63Sn37Pb, SAC305, 95Pb5Sn
– Sintered silver
– Transient liquid phase alloys.

• Automotive power electronics package design
– Reduce cost, weight and volume
– Improve thermal performance and reliability.



NREL    |    4

Modeling Setup

Material Properties

Experimental Sample
Baseplate (Cu, AlSiC, Al)

Ceramic (Si3N4, Al2O3, AlN)

Metallization (Cu)

25.4 mm

25.4 mm

Solder layer (not visible) is between the 
backside Cu metallization (not visible) 
and the baseplate.

• Quarter-symmetry model (yellow dashed lines in top-
left figure) used in simulations.

• Anand viscoplasticity constitutive model used to 
simulate deformation of the solder region.

• Thermal cycling profile: 
• -40°C to 150°C
• 5°C/min ramp rate
• 10 min dwell at extreme temperatures.
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MasterStudy

		

				Baseplate		Substrate		Strain Energy Density/Cycle (MPa)

				Copper		Si3N4		3.02

						AlN		2.42

						Al2O3		1.00

				AlSiC		Si3N4		0.224

						AlN		0.181

						Al2O3		0.377

				Al		Si3N4		6.00

						AlN		5.24

						Al2O3		3.17

				Substrate		Dimensions (mm)

				Si3N4		.2/.32/.2

				AlN

				Al2O3

				Al baseplate (5mm) with metallization CTE on alumina calculated using Curamik formula - ? MPa

				AlSiC baseplate (5mm) with alumina CTE as 6.8E-6 (from Curamik) -  0.25 MPa

				AlSiC baseplate (5mm) with alumina CTE as 2.8E-6 (Si3N4) -  0.21 MPa

				Cu baseplate (5mm) with AlN ceramic thickness as 0.32mm -  1.05 MPa
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Si3N4

AlN

Al2O3

Strain Energy Density/Cycle  (MPa)



BaseplateMat&ThkVariation

		All simulations in this tab did not account for solder meniscus at the edges; All simulations in the table are done with an APDL script

												Strain Energy Density/Cycle (MPa)

								Baseplate Thickness (mm)				Copper		AlSiC		Al

								6				3.40		0.23		6.97

						Standard		5				3.02		0.22		6.00

								4				2.54		0.22		4.86

								3				1.95		0.21		3.54

								2				1.22		0.20		2.08

								1				0.51		0.19		0.84

		5 mm Cu baseplate check (model from Workbech) - 3064402 Pa; this result matches well with F7

						Copper						AlSiC

		Time (s)		Temperature (°C)		XZ Stress (Pa)		XZ Stress (MPa)		XZ Strain		XZ Stress (Pa)		XZ Stress (MPa)		XZ Strain

		22396		150		-3.52E+06		-3.52		-0.215523		-1.77E+06		-1.77		-3.12E-03

		22412		150		-3.46E+06		-3.46		-0.216828		-1.84E+06		-1.84		-3.24E-03

		22427		150		-3.36E+06		-3.36		-0.217984		-1.83E+06		-1.83		-3.34E-03

		22443		150		-3.24E+06		-3.24		-0.218968		-1.82E+06		-1.82		-3.43E-03

		22459		150		-3.12E+06		-3.12		-0.219805		-1.81E+06		-1.81		-3.51E-03

		22475		150		-3.02E+06		-3.02		-0.220532		-1.79E+06		-1.79		-3.59E-03

		22491		150		-2.94E+06		-2.94		-0.221183		-1.77E+06		-1.77		-3.66E-03

		22506		150		-2.88E+06		-2.88		-0.221777		-1.74E+06		-1.74		-3.72E-03

		22522		150		-2.82E+06		-2.82		-0.222326		-1.72E+06		-1.72		-3.79E-03

		22538		150		-2.77E+06		-2.77		-0.222839		-1.70E+06		-1.70		-3.85E-03

		22554		150		-2.73E+06		-2.73		-0.223321		-1.68E+06		-1.68		-3.90E-03

		22569		150		-2.69E+06		-2.69		-0.223776		-1.67E+06		-1.67		-3.95E-03

		22585		150		-2.65E+06		-2.65		-0.224206		-1.65E+06		-1.65		-4.00E-03

		22601		150		-2.61E+06		-2.61		-0.224615		-1.63E+06		-1.63		-4.05E-03

		22617		150		-2.58E+06		-2.58		-0.225005		-1.61E+06		-1.61		-4.10E-03

		22633		150		-2.55E+06		-2.55		-0.225378		-1.60E+06		-1.60		-4.14E-03

		22648		150		-2.52E+06		-2.52		-0.225735		-1.58E+06		-1.58		-4.18E-03

		22664		150		-2.49E+06		-2.49		-0.226077		-1.57E+06		-1.57		-4.22E-03

		22680		150		-2.47E+06		-2.47		-0.226406		-1.55E+06		-1.55		-4.26E-03

		22696		150		-2.44E+06		-2.44		-0.226724		-1.54E+06		-1.54		-4.30E-03

		22712		150		-2.42E+06		-2.42		-0.22703		-1.53E+06		-1.53		-4.34E-03

		22727		150		-2.40E+06		-2.40		-0.227326		-1.52E+06		-1.52		-4.37E-03

		22743		150		-2.38E+06		-2.38		-0.227612		-1.50E+06		-1.50		-4.41E-03

		22759		150		-2.36E+06		-2.36		-0.22789		-1.49E+06		-1.49		-4.44E-03

		22775		150		-2.34E+06		-2.34		-0.228159		-1.48E+06		-1.48		-4.47E-03

		22791		150		-2.32E+06		-2.32		-0.22842		-1.47E+06		-1.47		-4.50E-03

		22806		150		-2.30E+06		-2.30		-0.228674		-1.46E+06		-1.46		-4.54E-03

		22822		150		-2.28E+06		-2.28		-0.228921		-1.45E+06		-1.45		-4.57E-03

		22838		150		-2.27E+06		-2.27		-0.229161		-1.44E+06		-1.44		-4.60E-03

		22854		150		-2.25E+06		-2.25		-0.229396		-1.43E+06		-1.43		-4.62E-03

		22869		150		-2.24E+06		-2.24		-0.229624		-1.42E+06		-1.42		-4.65E-03

		22885		150		-2.22E+06		-2.22		-0.229847		-1.41E+06		-1.41		-4.68E-03

		22901		150		-2.21E+06		-2.21		-0.230065		-1.41E+06		-1.41		-4.71E-03

		22917		150		-2.20E+06		-2.20		-0.230278		-1.40E+06		-1.40		-4.73E-03

		22933		150		-2.18E+06		-2.18		-0.230486		-1.39E+06		-1.39		-4.76E-03

		22948		150		-2.17E+06		-2.17		-0.23069		-1.38E+06		-1.38		-4.78E-03

		22964		150		-2.16E+06		-2.16		-0.230889		-1.37E+06		-1.37		-4.81E-03

		22980		150		-2.14E+06		-2.14		-0.231085		-1.37E+06		-1.37		-4.83E-03

		23040		145		-431089		-0.43		-0.231096		-1.66E+06		-1.66		-5.00E-03

		23100		140		1.20E+06		1.20		-0.230858		-1.73E+06		-1.73		-5.22E-03

		23160		135		2.11E+06		2.11		-0.230046		-1.58E+06		-1.58		-5.42E-03

		23220		130		2.67E+06		2.67		-0.228708		-1.34E+06		-1.34		-5.58E-03

		23280		125		3.07E+06		3.07		-0.226937		-1.07E+06		-1.07		-5.69E-03

		23340		120		3.40E+06		3.40		-0.224816		-810108		-0.81		-5.78E-03

		23400		115		3.70E+06		3.70		-0.222409		-569876		-0.57		-5.84E-03

		23460		110		3.97E+06		3.97		-0.219764		-357615		-0.36		-5.87E-03

		23520		105		4.28E+06		4.28		-0.216787		-174872		-0.17		-5.88E-03

		23580		100		4.52E+06		4.52		-0.213695		-20757.8		-0.02		-5.88E-03

		23640		95		4.79E+06		4.79		-0.210428		106625		0.11		-5.86E-03

		23700		90		5.04E+06		5.04		-0.207082		209401		0.21		-5.84E-03

		23760		85		5.32E+06		5.32		-0.203609		289320		0.29		-5.81E-03

		23820		80		5.59E+06		5.59		-0.200078		347830		0.35		-5.78E-03

		23880		75		5.87E+06		5.87		-0.196496		386065		0.39		-5.75E-03

		23940		70		6.17E+06		6.17		-0.192869		404792		0.40		-5.72E-03

		24000		65		6.48E+06		6.48		-0.189204		404237		0.40		-5.69E-03

		24060		60		6.80E+06		6.80		-0.185511		384345		0.38		-5.66E-03

		24120		55		7.14E+06		7.14		-0.181804		344907		0.34		-5.64E-03

		24180		50		7.49E+06		7.49		-0.178096		285497		0.29		-5.62E-03

		24240		45		7.85E+06		7.85		-0.174403		205332		0.21		-5.61E-03

		24300		40		8.23E+06		8.23		-0.17074		103468		0.10		-5.60E-03

		24360		35		8.63E+06		8.63		-0.167122		-21020.7		-0.02		-5.60E-03

		24420		30		9.04E+06		9.04		-0.163563		-169178		-0.17		-5.61E-03

		24480		25		9.47E+06		9.47		-0.160075		-342323		-0.34		-5.62E-03

		24540		20		9.92E+06		9.92		-0.156671		-541864		-0.54		-5.64E-03

		24600		15		1.04E+07		10.39		-0.153362		-769125		-0.77		-5.66E-03

		24660		10		1.09E+07		10.88		-0.150159		-1.03E+06		-1.03		-5.69E-03

		24720		5		1.14E+07		11.39		-0.147073		-1.31E+06		-1.31		-5.73E-03

		24780		0		1.19E+07		11.93		-0.144111		-1.63E+06		-1.63		-5.77E-03

		24840		-5		1.25E+07		12.49		-0.141284		-1.99E+06		-1.99		-5.82E-03

		24900		-10		1.31E+07		13.08		-0.138599		-2.38E+06		-2.38		-5.88E-03

		24960		-15		1.37E+07		13.70		-0.136062		-2.80E+06		-2.80		-5.94E-03

		25020		-20		1.43E+07		14.35		-0.133679		-3.27E+06		-3.27		-6.00E-03

		25080		-25		1.50E+07		15.02		-0.131452		-3.78E+06		-3.78		-6.07E-03

		25140		-30		1.57E+07		15.73		-0.129385		-4.34E+06		-4.34		-6.15E-03

		25200		-35		1.65E+07		16.48		-0.127477		-4.94E+06		-4.94		-6.23E-03

		25260		-40		1.73E+07		17.26		-0.125725		-5.60E+06		-5.60		-6.31E-03

		25276		-40		1.66E+07		16.61		-0.125472		-5.29E+06		-5.29		-6.33E-03

		25292		-40		1.67E+07		16.74		-0.125206		-5.04E+06		-5.04		-6.34E-03

		25307		-40		1.67E+07		16.70		-0.124958		-4.84E+06		-4.84		-6.35E-03

		25323		-40		1.66E+07		16.64		-0.124728		-4.67E+06		-4.67		-6.36E-03

		25339		-40		1.66E+07		16.59		-0.124512		-4.52E+06		-4.52		-6.36E-03

		25355		-40		1.65E+07		16.54		-0.124309		-4.38E+06		-4.38		-6.37E-03

		25371		-40		1.65E+07		16.50		-0.124116		-4.27E+06		-4.27		-6.37E-03

		25386		-40		1.65E+07		16.45		-0.123931		-4.16E+06		-4.16		-6.38E-03

		25402		-40		1.64E+07		16.41		-0.123755		-4.06E+06		-4.06		-6.38E-03

		25418		-40		1.64E+07		16.37		-0.123585		-3.97E+06		-3.97		-6.39E-03

		25434		-40		1.63E+07		16.33		-0.123421		-3.88E+06		-3.88		-6.39E-03

		25449		-40		1.63E+07		16.29		-0.123263		-3.81E+06		-3.81		-6.39E-03

		25465		-40		1.63E+07		16.25		-0.123109		-3.73E+06		-3.73		-6.39E-03

		25481		-40		1.62E+07		16.22		-0.122961		-3.66E+06		-3.66		-6.40E-03

		25497		-40		1.62E+07		16.18		-0.122816		-3.60E+06		-3.60		-6.40E-03

		25513		-40		1.61E+07		16.15		-0.122676		-3.54E+06		-3.54		-6.40E-03

		25528		-40		1.61E+07		16.11		-0.122539		-3.48E+06		-3.48		-6.40E-03

		25544		-40		1.61E+07		16.08		-0.122406		-3.42E+06		-3.42		-6.41E-03

		25560		-40		1.60E+07		16.04		-0.122275		-3.37E+06		-3.37		-6.41E-03

		25576		-40		1.60E+07		16.01		-0.122148		-3.32E+06		-3.32		-6.41E-03

		25592		-40		1.60E+07		15.98		-0.122023		-3.27E+06		-3.27		-6.41E-03

		25607		-40		1.60E+07		15.95		-0.121901		-3.23E+06		-3.23		-6.41E-03

		25623		-40		1.59E+07		15.92		-0.121782		-3.18E+06		-3.18		-6.41E-03

		25639		-40		1.59E+07		15.89		-0.121665		-3.14E+06		-3.14		-6.42E-03

		25655		-40		1.59E+07		15.86		-0.12155		-3.10E+06		-3.10		-6.42E-03

		25671		-40		1.58E+07		15.83		-0.121437		-3.06E+06		-3.06		-6.42E-03

		25686		-40		1.58E+07		15.81		-0.121326		-3.02E+06		-3.02		-6.42E-03

		25702		-40		1.58E+07		15.78		-0.121217		-2.98E+06		-2.98		-6.42E-03

		25718		-40		1.58E+07		15.75		-0.12111		-2.95E+06		-2.95		-6.42E-03

		25734		-40		1.57E+07		15.73		-0.121005		-2.91E+06		-2.91		-6.42E-03

		25749		-40		1.57E+07		15.70		-0.120901		-2.88E+06		-2.88		-6.42E-03

		25765		-40		1.57E+07		15.67		-0.120799		-2.85E+06		-2.85		-6.42E-03

		25781		-40		1.56E+07		15.65		-0.120699		-2.81E+06		-2.81		-6.43E-03

		25797		-40		1.56E+07		15.62		-0.1206		-2.78E+06		-2.78		-6.43E-03

		25813		-40		1.56E+07		15.60		-0.120502		-2.75E+06		-2.75		-6.43E-03

		25828		-40		1.56E+07		15.58		-0.120406		-2.72E+06		-2.72		-6.43E-03

		25844		-40		1.56E+07		15.55		-0.120311		-2.70E+06		-2.70		-6.43E-03

		25860		-40		1.55E+07		15.53		-0.120218		-2.67E+06		-2.67		-6.43E-03

		25920		-35		1.37E+07		13.69		-0.120098		-456279		-0.46		-6.43E-03

		25980		-30		1.19E+07		11.90		-0.120046		1.66E+06		1.66		-6.43E-03

		26040		-25		1.01E+07		10.11		-0.120016		3.71E+06		3.71		-6.43E-03

		26100		-20		8.25E+06		8.25		-0.119993		5.65E+06		5.65		-6.41E-03

		26160		-15		6.33E+06		6.33		-0.11997		7.39E+06		7.39		-6.34E-03

		26220		-10		4.32E+06		4.32		-0.119945		8.82E+06		8.82		-6.17E-03

		26280		-5		2.25E+06		2.25		-0.119931		9.80E+06		9.80		-5.86E-03

		26340		0		196274		0.20		-0.119958		1.02E+07		10.16		-5.42E-03

		26400		5		-1.70E+06		-1.70		-0.120062		1.01E+07		10.10		-4.89E-03

		26460		10		-3.36E+06		-3.36		-0.120281		9.79E+06		9.79		-4.32E-03

		26520		15		-4.74E+06		-4.74		-0.120653		9.33E+06		9.33		-3.77E-03

		26580		20		-5.79E+06		-5.79		-0.121212		8.79E+06		8.79		-3.25E-03

		26640		25		-6.48E+06		-6.48		-0.121978		8.23E+06		8.23		-2.76E-03

		26700		30		-6.84E+06		-6.84		-0.122956		7.65E+06		7.65		-2.31E-03

		26760		35		-6.93E+06		-6.93		-0.124137		7.07E+06		7.07		-1.89E-03

		26820		40		-6.86E+06		-6.86		-0.125506		6.48E+06		6.48		-1.50E-03

		26880		45		-6.71E+06		-6.71		-0.127054		5.90E+06		5.90		-1.15E-03

		26940		50		-6.55E+06		-6.55		-0.128785		5.32E+06		5.32		-8.27E-04

		27000		55		-6.40E+06		-6.40		-0.130708		4.75E+06		4.75		-5.36E-04

		27060		60		-6.26E+06		-6.26		-0.13284		4.18E+06		4.18		-2.75E-04

		27120		65		-6.12E+06		-6.12		-0.13519		3.63E+06		3.63		-4.35E-05

		27180		70		-6.04E+06		-6.04		-0.137897		3.08E+06		3.08		1.59E-04

		27240		75		-5.84E+06		-5.84		-0.140753		2.55E+06		2.55		3.33E-04

		27300		80		-5.71E+06		-5.71		-0.143885		2.04E+06		2.04		4.79E-04

		27360		85		-5.54E+06		-5.54		-0.147246		1.55E+06		1.55		5.94E-04

		27420		90		-5.37E+06		-5.37		-0.150812		1.08E+06		1.08		6.78E-04

		27480		95		-5.20E+06		-5.20		-0.154576		640856		0.64		7.28E-04

		27540		100		-5.03E+06		-5.03		-0.158545		235856		0.24		7.41E-04

		27600		105		-4.86E+06		-4.86		-0.162729		-132663		-0.13		7.16E-04

		27660		110		-4.71E+06		-4.71		-0.167139		-461953		-0.46		6.48E-04

		27720		115		-4.56E+06		-4.56		-0.171788		-750213		-0.75		5.34E-04

		27780		120		-4.42E+06		-4.42		-0.176691		-996774		-1.00		3.72E-04

		27840		125		-4.28E+06		-4.28		-0.181865		-1.20E+06		-1.20		1.59E-04

		27900		130		-4.17E+06		-4.17		-0.187438		-1.37E+06		-1.37		-1.07E-04

		27960		135		-4.04E+06		-4.04		-0.193251		-1.50E+06		-1.50		-4.29E-04

		28020		140		-3.93E+06		-3.93		-0.199455		-1.60E+06		-1.60		-8.08E-04

		28080		145		-3.82E+06		-3.82		-0.20604		-1.67E+06		-1.67		-1.25E-03

		28140		150		-3.72E+06		-3.72		-0.212998		-1.72E+06		-1.72		-1.75E-03





BaseplateMat&ThkVariation
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SubstrateMat&ThkVariation
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SubMetThkVariation
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BaseplateFootPrintVariation

		

						Baseplate		Substrate		Substrate Thickness (mm)		Strain Energy Density/Cycle (MPa)

						Copper		Si3N4		0.25		2.35

										0.32		3.02

										0.5		4.35

										0.63		5.03

										0.75		5.51

										1		6.17

								Al2O3		0.25		0.77

										0.32		1.00

										0.5		1.46

										0.63		1.70

										0.75		1.87

										1		2.12

								AlN		0.25		1.89

										0.32		2.42

										0.5		3.44

										0.63		3.96

										0.75		4.32

										1		4.82

						Metallization thickness is 0.2 mm





BaseplateFootPrintVariation
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CTEProperties

		

						Baseplate		Substrate		Substrate Thickness (mm)		Substrate Metallization Thickness (mm)		Strain Energy Density/Cycle (MPa)

						Copper		Si3N4		0.63		0.127		5.88

												0.2		5.03

												0.3		4.09

												0.4		3.34

												0.5		2.74

								Al2O3		0.63		0.127		2.02

												0.2		1.70

												0.3		1.36

												0.4		1.09

												0.5		0.88

								AlN		0.63		0.127		4.62

												0.2		3.96

												0.3		3.23

												0.4		2.64

												0.5		2.17

				Cu baseplate and 0.127 bottom metallization (without substrate ceramic and top metallization) - 30576.478 Pa

				Cu baseplate and 0.2 bottom metallization (without substrate ceramic and top metallization) - 30816.28 Pa





CTEProperties

		



Si3N4

AlN

Al2O3

Substrate Metallization Thickness (mm)

Strain Energy Density/Cycle (MPa)



		

								Baseplate Side (mm)		Strain Energy Density/Cycle (MPa)		Strain Energy Density/Cycle (MPa) - WB

								50.8		3.02

								55.8		3.53		3.52

								60.8		3.83

								65.8		4.05

								70.8





		



Baseplate Length (mm)

Strain Energy Density/Cycle (MPa)



		

								CTE (ppm/ °C)

						Material		-40		-20		0		20		40		60		80		100		120		140		160		180		200

						Copper (Cu)		15.8		16		16.3		16.5		16.7		16.9		17.1		17.3		17.5		17.7		17.8		18		18.2

						Aluminum (Al)		21.9		22.1		22.3		22.5		22.7		22.9		23.1		23.3		23.5		23.7		23.9		24.1		24.3

						Aluminum Silicon Carbide (AlSiC)		6.84		7.04		7.24		7.44		7.64		7.84		8.04		8.24		8.44		8.64		8.84		9.04		9.24

						Silicon Nitride (Si₃N₄)		2.8		2.8		2.8		2.8		2.8		2.8		2.8		2.8		2.8		2.8		2.8		2.8		2.8

						Aluminum Nitride (AlN)		4.5		4.5		4.5		4.5		4.5		4.5		4.5		4.5		4.5		4.5		4.5		4.5		4.5

						Aluminum Oxide (Al₂O₃)		8.2		8.2		8.2		8.2		8.2		8.2		8.2		8.2		8.2		8.2		8.2		8.2		8.2

						SAC305		21.6		21.6		21.6		21.6		21.6		21.6		21.6		21.6		21.6		21.6		21.6		21.6		21.6
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Aluminum Nitride (AlN)

Silicon Nitride (Si₃N₄)

Temperature (°C)

Coefficient of thermal expansion (ppm/°C)
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Strain Energy Density

Strain Energy Density Contour Plot

• Strain energy density/cycle (volume-averaged at the corner region) was selected as the 
metric for comparison.
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Impact of Baseplate & Ceramic Material
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Thickness of baseplate – 5 mm; ceramic – 0.32 mm, metallization – 0.2 mm

C-SAM Images of SAC305 solder with AlSiC (top) 
and Cu (bottom) baseplates. Images on the left 
and right were taken at 0 cycles and 500 cycles, 
respectively.

• AlSiC baseplate offers superior reliability than its Cu or Al counterparts, mainly due to the 
low coefficient of thermal expansion mismatch with the ceramic material.


MatProperties

		

				Substrate		Dimensions (mm)		Elastic Modulus (GPa)		Poisson's Ratio		CTE (ppm/°C)		Remarks

				Si3N4		.2/.32/.2		300		0.28		2.8		Kyocera/Rogers

				AlN				330		0.24		4.5		Accuratus

				Al2O3				360		0.21		7.2		Kyocera





Chart1

		Copper		Copper		Copper

		AlSiC		AlSiC		AlSiC

		Al		Al		Al



Si₃N₄

AlN

Al₂O₃

Strain Energy Density/Cycle  (MPa)

1.944981

1.541321

0.939798

0.179141

0.161197

0.208441

3.92511

3.41359

2.584948



MasterStudy

		

				Baseplate		Substrate		Strain Energy Density/Cycle (MPa)

				Copper		Si₃N₄		1.94

						AlN		1.54

						Al₂O₃		0.94

				AlSiC		Si₃N₄		0.179

						AlN		0.161

						Al₂O₃		0.208

				Al		Si₃N₄		3.93

						AlN		3.41

						Al₂O₃		2.58

				Cu baseplate (5mm) with AlN ceramic thickness as 0.32mm -  1.05 MPa





MasterStudy
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BaseplateMat&ThkVariation

		All simulations in this tab did not account for solder meniscus at the edges; All simulations in the table are done with an APDL script

												Strain Energy Density/Cycle (MPa)

								Baseplate Thickness (mm)				Copper		AlSiC		Al

								6				2.19		0.18		4.58

						Standard		5				1.94		0.18		3.93

								4				1.63		0.18		3.16

								3				1.24		0.18		2.28

								2				0.76		0.17		1.30

								1				0.30		0.17		0.48

		5 mm Cu baseplate check (model from Workbech) - 3064402 Pa; this result matches well with F7

						Copper						AlSiC

		Time (s)		Temperature (°C)		Z Stress (Pa)		Z Stress (MPa)		Z Strain		XZ Stress (Pa)		XZ Stress (MPa)		XZ Strain

		22396		150		9.87E+06		9.87		2.77E-02		-1.77E+06		-1.77		-3.12E-03

		22412		150		9.24E+06		9.24		2.79E-02		-1.84E+06		-1.84		-3.24E-03

		22427		150		8.70E+06		8.70		2.82E-02		-1.83E+06		-1.83		-3.34E-03

		22443		150		8.27E+06		8.27		2.84E-02		-1.82E+06		-1.82		-3.43E-03

		22459		150		7.93E+06		7.93		2.86E-02		-1.81E+06		-1.81		-3.51E-03

		22475		150		7.70E+06		7.70		2.88E-02		-1.79E+06		-1.79		-3.59E-03

		22491		150		7.54E+06		7.54		2.90E-02		-1.77E+06		-1.77		-3.66E-03

		22506		150		7.43E+06		7.43		2.91E-02		-1.74E+06		-1.74		-3.72E-03

		22522		150		7.35E+06		7.35		2.92E-02		-1.72E+06		-1.72		-3.79E-03

		22538		150		7.30E+06		7.30		2.93E-02		-1.70E+06		-1.70		-3.85E-03

		22554		150		7.24E+06		7.24		2.94E-02		-1.68E+06		-1.68		-3.90E-03

		22569		150		7.19E+06		7.19		2.95E-02		-1.67E+06		-1.67		-3.95E-03

		22585		150		7.14E+06		7.14		2.96E-02		-1.65E+06		-1.65		-4.00E-03

		22601		150		7.10E+06		7.10		2.97E-02		-1.63E+06		-1.63		-4.05E-03

		22617		150		7.05E+06		7.05		2.98E-02		-1.61E+06		-1.61		-4.10E-03

		22633		150		7.00E+06		7.00		2.98E-02		-1.60E+06		-1.60		-4.14E-03

		22648		150		6.96E+06		6.96		2.99E-02		-1.58E+06		-1.58		-4.18E-03

		22664		150		6.92E+06		6.92		3.00E-02		-1.57E+06		-1.57		-4.22E-03

		22680		150		6.88E+06		6.88		3.01E-02		-1.55E+06		-1.55		-4.26E-03

		22696		150		6.85E+06		6.85		3.01E-02		-1.54E+06		-1.54		-4.30E-03

		22712		150		6.81E+06		6.81		3.02E-02		-1.53E+06		-1.53		-4.34E-03

		22727		150		6.78E+06		6.78		3.02E-02		-1.52E+06		-1.52		-4.37E-03

		22743		150		6.75E+06		6.75		3.03E-02		-1.50E+06		-1.50		-4.41E-03

		22759		150		6.72E+06		6.72		3.04E-02		-1.49E+06		-1.49		-4.44E-03

		22775		150		6.69E+06		6.69		3.04E-02		-1.48E+06		-1.48		-4.47E-03

		22791		150		6.67E+06		6.67		3.05E-02		-1.47E+06		-1.47		-4.50E-03

		22806		150		6.64E+06		6.64		3.05E-02		-1.46E+06		-1.46		-4.54E-03

		22822		150		6.62E+06		6.62		3.06E-02		-1.45E+06		-1.45		-4.57E-03

		22838		150		6.59E+06		6.59		3.06E-02		-1.44E+06		-1.44		-4.60E-03

		22854		150		6.57E+06		6.57		3.07E-02		-1.43E+06		-1.43		-4.62E-03

		22869		150		6.55E+06		6.55		3.07E-02		-1.42E+06		-1.42		-4.65E-03

		22885		150		6.53E+06		6.53		3.08E-02		-1.41E+06		-1.41		-4.68E-03

		22901		150		6.51E+06		6.51		3.08E-02		-1.41E+06		-1.41		-4.71E-03

		22917		150		6.49E+06		6.49		3.09E-02		-1.40E+06		-1.40		-4.73E-03

		22933		150		6.47E+06		6.47		3.09E-02		-1.39E+06		-1.39		-4.76E-03

		22948		150		6.45E+06		6.45		3.10E-02		-1.38E+06		-1.38		-4.78E-03

		22964		150		6.44E+06		6.44		3.10E-02		-1.37E+06		-1.37		-4.81E-03

		22980		150		6.42E+06		6.42		3.10E-02		-1.37E+06		-1.37		-4.83E-03

		23040		145		-2.52E+06		-2.52		3.10E-02		-1.66E+06		-1.66		-5.00E-03

		23100		140		-1.12E+07		-11.24		3.09E-02		-1.73E+06		-1.73		-5.22E-03

		23160		135		-1.68E+07		-16.85		3.07E-02		-1.58E+06		-1.58		-5.42E-03

		23220		130		-1.94E+07		-19.36		3.03E-02		-1.34E+06		-1.34		-5.58E-03

		23280		125		-2.06E+07		-20.59		2.99E-02		-1.07E+06		-1.07		-5.69E-03

		23340		120		-2.13E+07		-21.26		2.93E-02		-810108		-0.81		-5.78E-03

		23400		115		-2.15E+07		-21.53		2.88E-02		-569876		-0.57		-5.84E-03

		23460		110		-2.13E+07		-21.27		2.81E-02		-357615		-0.36		-5.87E-03

		23520		105		-2.10E+07		-21.01		2.74E-02		-174872		-0.17		-5.88E-03

		23580		100		-2.08E+07		-20.82		2.66E-02		-20757.8		-0.02		-5.88E-03

		23640		95		-2.07E+07		-20.66		2.58E-02		106625		0.11		-5.86E-03

		23700		90		-2.06E+07		-20.60		2.50E-02		209401		0.21		-5.84E-03

		23760		85		-2.06E+07		-20.62		2.42E-02		289320		0.29		-5.81E-03

		23820		80		-2.08E+07		-20.78		2.33E-02		347830		0.35		-5.78E-03

		23880		75		-2.11E+07		-21.06		2.24E-02		386065		0.39		-5.75E-03

		23940		70		-2.14E+07		-21.43		2.15E-02		404792		0.40		-5.72E-03

		24000		65		-2.19E+07		-21.87		2.06E-02		404237		0.40		-5.69E-03

		24060		60		-2.24E+07		-22.37		1.97E-02		384345		0.38		-5.66E-03

		24120		55		-2.29E+07		-22.93		1.88E-02		344907		0.34		-5.64E-03

		24180		50		-2.35E+07		-23.54		1.79E-02		285497		0.29		-5.62E-03

		24240		45		-2.42E+07		-24.20		1.70E-02		205332		0.21		-5.61E-03

		24300		40		-2.49E+07		-24.89		1.61E-02		103468		0.10		-5.60E-03

		24360		35		-2.56E+07		-25.60		1.52E-02		-21020.7		-0.02		-5.60E-03

		24420		30		-2.64E+07		-26.35		1.44E-02		-169178		-0.17		-5.61E-03

		24480		25		-2.71E+07		-27.14		1.35E-02		-342323		-0.34		-5.62E-03

		24540		20		-2.80E+07		-28.02		1.27E-02		-541864		-0.54		-5.64E-03

		24600		15		-2.90E+07		-28.99		1.19E-02		-769125		-0.77		-5.66E-03

		24660		10		-3.00E+07		-30.02		1.11E-02		-1.03E+06		-1.03		-5.69E-03

		24720		5		-3.11E+07		-31.13		1.03E-02		-1.31E+06		-1.31		-5.73E-03

		24780		0		-3.23E+07		-32.27		9.51E-03		-1.63E+06		-1.63		-5.77E-03

		24840		-5		-3.35E+07		-33.51		8.77E-03		-1.99E+06		-1.99		-5.82E-03

		24900		-10		-3.49E+07		-34.88		8.05E-03		-2.38E+06		-2.38		-5.88E-03

		24960		-15		-3.64E+07		-36.38		7.36E-03		-2.80E+06		-2.80		-5.94E-03

		25020		-20		-3.79E+07		-37.93		6.69E-03		-3.27E+06		-3.27		-6.00E-03

		25080		-25		-3.97E+07		-39.66		6.05E-03		-3.78E+06		-3.78		-6.07E-03

		25140		-30		-4.15E+07		-41.46		5.42E-03		-4.34E+06		-4.34		-6.15E-03

		25200		-35		-4.35E+07		-43.48		4.83E-03		-4.94E+06		-4.94		-6.23E-03

		25260		-40		-4.56E+07		-45.60		4.26E-03		-5.60E+06		-5.60		-6.31E-03

		25276		-40		-4.46E+07		-44.63		4.23E-03		-5.29E+06		-5.29		-6.33E-03

		25292		-40		-4.42E+07		-44.16		4.19E-03		-5.04E+06		-5.04		-6.34E-03

		25307		-40		-4.37E+07		-43.73		4.15E-03		-4.84E+06		-4.84		-6.35E-03

		25323		-40		-4.33E+07		-43.34		4.11E-03		-4.67E+06		-4.67		-6.36E-03

		25339		-40		-4.30E+07		-42.97		4.07E-03		-4.52E+06		-4.52		-6.36E-03

		25355		-40		-4.26E+07		-42.65		4.04E-03		-4.38E+06		-4.38		-6.37E-03

		25371		-40		-4.23E+07		-42.35		4.01E-03		-4.27E+06		-4.27		-6.37E-03

		25386		-40		-4.21E+07		-42.08		3.98E-03		-4.16E+06		-4.16		-6.38E-03

		25402		-40		-4.18E+07		-41.82		3.95E-03		-4.06E+06		-4.06		-6.38E-03

		25418		-40		-4.16E+07		-41.58		3.92E-03		-3.97E+06		-3.97		-6.39E-03

		25434		-40		-4.14E+07		-41.36		3.90E-03		-3.88E+06		-3.88		-6.39E-03

		25449		-40		-4.11E+07		-41.15		3.87E-03		-3.81E+06		-3.81		-6.39E-03

		25465		-40		-4.09E+07		-40.95		3.85E-03		-3.73E+06		-3.73		-6.39E-03

		25481		-40		-4.08E+07		-40.76		3.83E-03		-3.66E+06		-3.66		-6.40E-03

		25497		-40		-4.06E+07		-40.58		3.81E-03		-3.60E+06		-3.60		-6.40E-03

		25513		-40		-4.04E+07		-40.41		3.79E-03		-3.54E+06		-3.54		-6.40E-03

		25528		-40		-4.02E+07		-40.25		3.77E-03		-3.48E+06		-3.48		-6.40E-03

		25544		-40		-4.01E+07		-40.09		3.75E-03		-3.42E+06		-3.42		-6.41E-03

		25560		-40		-3.99E+07		-39.94		3.73E-03		-3.37E+06		-3.37		-6.41E-03

		25576		-40		-3.98E+07		-39.79		3.71E-03		-3.32E+06		-3.32		-6.41E-03

		25592		-40		-3.97E+07		-39.66		3.70E-03		-3.27E+06		-3.27		-6.41E-03

		25607		-40		-3.95E+07		-39.52		3.68E-03		-3.23E+06		-3.23		-6.41E-03

		25623		-40		-3.94E+07		-39.39		3.66E-03		-3.18E+06		-3.18		-6.41E-03

		25639		-40		-3.93E+07		-39.27		3.65E-03		-3.14E+06		-3.14		-6.42E-03

		25655		-40		-3.91E+07		-39.15		3.63E-03		-3.10E+06		-3.10		-6.42E-03

		25671		-40		-3.90E+07		-39.03		3.62E-03		-3.06E+06		-3.06		-6.42E-03

		25686		-40		-3.89E+07		-38.92		3.60E-03		-3.02E+06		-3.02		-6.42E-03

		25702		-40		-3.88E+07		-38.81		3.59E-03		-2.98E+06		-2.98		-6.42E-03

		25718		-40		-3.87E+07		-38.70		3.57E-03		-2.95E+06		-2.95		-6.42E-03

		25734		-40		-3.86E+07		-38.60		3.56E-03		-2.91E+06		-2.91		-6.42E-03

		25749		-40		-3.85E+07		-38.50		3.55E-03		-2.88E+06		-2.88		-6.42E-03

		25765		-40		-3.84E+07		-38.40		3.53E-03		-2.85E+06		-2.85		-6.42E-03

		25781		-40		-3.83E+07		-38.31		3.52E-03		-2.81E+06		-2.81		-6.43E-03

		25797		-40		-3.82E+07		-38.22		3.51E-03		-2.78E+06		-2.78		-6.43E-03

		25813		-40		-3.81E+07		-38.13		3.50E-03		-2.75E+06		-2.75		-6.43E-03

		25828		-40		-3.80E+07		-38.04		3.48E-03		-2.72E+06		-2.72		-6.43E-03

		25844		-40		-3.80E+07		-37.95		3.47E-03		-2.70E+06		-2.70		-6.43E-03

		25860		-40		-3.79E+07		-37.87		3.46E-03		-2.67E+06		-2.67		-6.43E-03

		25920		-35		-2.90E+07		-28.99		3.46E-03		-456279		-0.46		-6.43E-03

		25980		-30		-2.01E+07		-20.14		3.46E-03		1.66E+06		1.66		-6.43E-03

		26040		-25		-1.13E+07		-11.35		3.46E-03		3.71E+06		3.71		-6.43E-03

		26100		-20		-2.68E+06		-2.68		3.46E-03		5.65E+06		5.65		-6.41E-03

		26160		-15		5.78E+06		5.78		3.46E-03		7.39E+06		7.39		-6.34E-03

		26220		-10		1.40E+07		14.02		3.49E-03		8.82E+06		8.82		-6.17E-03

		26280		-5		2.19E+07		21.91		3.57E-03		9.80E+06		9.80		-5.86E-03

		26340		0		2.93E+07		29.33		3.69E-03		1.02E+07		10.16		-5.42E-03

		26400		5		3.60E+07		36.04		3.84E-03		1.01E+07		10.10		-4.89E-03

		26460		10		4.15E+07		41.54		4.02E-03		9.79E+06		9.79		-4.32E-03

		26520		15		4.56E+07		45.56		4.25E-03		9.33E+06		9.33		-3.77E-03

		26580		20		4.81E+07		48.09		4.52E-03		8.79E+06		8.79		-3.25E-03

		26640		25		4.92E+07		49.22		4.82E-03		8.23E+06		8.23		-2.76E-03

		26700		30		4.91E+07		49.13		5.16E-03		7.65E+06		7.65		-2.31E-03

		26760		35		4.78E+07		47.77		5.55E-03		7.07E+06		7.07		-1.89E-03

		26820		40		4.58E+07		45.77		5.97E-03		6.48E+06		6.48		-1.50E-03

		26880		45		4.35E+07		43.54		6.43E-03		5.90E+06		5.90		-1.15E-03

		26940		50		4.12E+07		41.20		6.94E-03		5.32E+06		5.32		-8.27E-04

		27000		55		3.89E+07		38.87		7.48E-03		4.75E+06		4.75		-5.36E-04

		27060		60		3.65E+07		36.48		8.08E-03		4.18E+06		4.18		-2.75E-04

		27120		65		3.41E+07		34.09		8.71E-03		3.63E+06		3.63		-4.35E-05

		27180		70		3.16E+07		31.61		9.40E-03		3.08E+06		3.08		1.59E-04

		27240		75		2.92E+07		29.15		1.01E-02		2.55E+06		2.55		3.33E-04

		27300		80		2.67E+07		26.75		1.09E-02		2.04E+06		2.04		4.79E-04

		27360		85		2.45E+07		24.50		1.17E-02		1.55E+06		1.55		5.94E-04

		27420		90		2.24E+07		22.41		1.25E-02		1.08E+06		1.08		6.78E-04

		27480		95		2.05E+07		20.47		1.34E-02		640856		0.64		7.28E-04

		27540		100		1.87E+07		18.75		1.43E-02		235856		0.24		7.41E-04

		27600		105		1.73E+07		17.26		1.52E-02		-132663		-0.13		7.16E-04

		27660		110		1.60E+07		15.96		1.62E-02		-461953		-0.46		6.48E-04

		27720		115		1.49E+07		14.91		1.72E-02		-750213		-0.75		5.34E-04

		27780		120		1.41E+07		14.05		1.83E-02		-996774		-1.00		3.72E-04

		27840		125		1.33E+07		13.32		1.94E-02		-1.20E+06		-1.20		1.59E-04

		27900		130		1.27E+07		12.71		2.07E-02		-1.37E+06		-1.37		-1.07E-04

		27960		135		1.22E+07		12.16		2.20E-02		-1.50E+06		-1.50		-4.29E-04

		28020		140		1.17E+07		11.68		2.34E-02		-1.60E+06		-1.60		-8.08E-04

		28080		145		1.13E+07		11.26		2.49E-02		-1.67E+06		-1.67		-1.25E-03

		28140		150		1.09E+07		10.88		2.65E-02		-1.72E+06		-1.72		-1.75E-03





BaseplateMat&ThkVariation
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SubThkVariation_Cu
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SubThkVariation_AlSiC
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AlSiC Baseplate



SubMetThkVariation_Cu

		

						Baseplate		Substrate		Substrate Thickness (mm)		Strain Energy Density/Cycle (MPa)

						Copper		Si₃N₄		0.25		1.50

										0.32		1.94

										0.5		2.83

										0.63		3.28

										0.75		3.60

										1		4.03

								Al₂O₃		0.25		0.73

										0.32		0.94

										0.5		1.34

										0.63		1.54

										0.75		1.68

										1		1.86

								AlN		0.25		1.20

										0.32		1.54

										0.5		2.22

										0.63		2.56

										0.75		2.80

										1		3.12

						Metallization thickness is 0.2 mm





SubMetThkVariation_Cu
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AlN
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SubMetThkVariation_AlSiC

		

						Baseplate		Substrate		Substrate Thickness (mm)		Strain Energy Density/Cycle (MPa)

						AlSiC		Si₃N₄		0.25		0.16

										0.32		0.18

										0.5		0.25

										0.63		0.31

										0.75		0.37

										1		0.46

								Al₂O₃		0.25		0.23

										0.32		0.21

										0.5		0.18

										0.63		0.17

										0.75		0.17

										1		0.16

								AlN		0.25		0.16

										0.32		0.16

										0.5		0.18

										0.63		0.20

										0.75		0.22

										1		0.26





SubMetThkVariation_AlSiC

		



Si₃N₄

AlN

Al₂O₃

Substrate Ceramic Thickness (mm)

Strain Energy Density/Cycle (MPa)



BaseplateFootPrintVariation

		

						Baseplate		Substrate		Substrate Thickness (mm)		Substrate Metallization Thickness (mm)		Strain Energy Density/Cycle (MPa)

						Copper		Si3N4		0.63		0.127		3.86

												0.2		3.28

												0.3		2.64

												0.4		2.13

												0.5		1.72

								Al2O3		0.63		0.127		1.81

												0.2		1.54

												0.3		1.24

												0.4		0.99

												0.5		0.79

								AlN		0.63		0.127		3.01

												0.2		2.56

												0.3		2.06

												0.4		1.66

												0.5		1.34

				Cu baseplate and 0.127 bottom metallization (without substrate ceramic and top metallization) - 30576.478 Pa

				Cu baseplate and 0.2 bottom metallization (without substrate ceramic and top metallization) - 30816.28 Pa





BaseplateFootPrintVariation
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CTEProperties

		

						Baseplate		Substrate		Substrate Thickness (mm)		Substrate Metallization Thickness (mm)		Strain Energy Density/Cycle (MPa)

						AlSiC		Si3N4		0.63		0.127		0.44

												0.2		0.31

												0.3		0.22

												0.4		0.18

												0.5		0.19

								Al2O3		0.63		0.127		0.16

												0.2		0.17

												0.3		0.20

												0.4		0.26

												0.5		0.33

								AlN		0.63		0.127		0.26

												0.2		0.20

												0.3		0.17

												0.4		0.18

												0.5		0.20

				Cu baseplate and 0.127 bottom metallization (without substrate ceramic and top metallization) - 30576.478 Pa

				Cu baseplate and 0.2 bottom metallization (without substrate ceramic and top metallization) - 30816.28 Pa





CTEProperties

		



Si3N4

AlN

Al2O3

Substrate Metallization Thickness (mm)

Strain Energy Density/Cycle (MPa)



Sheet1

		

										Strain Energy Density/Cycle (MPa)

								Baseplate Side (mm)		Cu		Al		AlSiC

								50.8		3.02		6.00		0.22

								55.8		3.53		7.19		0.23

								60.8		3.83		7.93		0.23

								65.8		4.05		8.48		0.23

								70.8		4.22		8.90		0.24

						Strain Energy Density/Cycle (MPa) - WB -55.8 Cu				3.52





Sheet1

		



Al

Cu

AlSiC

Baseplate Length (mm)

Strain Energy Density/Cycle (MPa)



		

								CTE (ppm/ °C)

						Material		-40		-20		0		20		40		60		80		100		120		140		160		180		200

						Copper		15.8		16		16.3		16.5		16.7		16.9		17.1		17.3		17.5		17.7		17.8		18		18.2

						Aluminum		21.9		22.1		22.3		22.5		22.7		22.9		23.1		23.3		23.5		23.7		23.9		24.1		24.3

						AlSiC		6.84		7.04		7.24		7.44		7.64		7.84		8.04		8.24		8.44		8.64		8.84		9.04		9.24

						Silicon Nitride		2.8		2.8		2.8		2.8		2.8		2.8		2.8		2.8		2.8		2.8		2.8		2.8		2.8

						Aluminum Nitride		4.5		4.5		4.5		4.5		4.5		4.5		4.5		4.5		4.5		4.5		4.5		4.5		4.5

						Aluminum Oxide		8.2		8.2		8.2		8.2		8.2		8.2		8.2		8.2		8.2		8.2		8.2		8.2		8.2

						SAC305		21.6		21.6		21.6		21.6		21.6		21.6		21.6		21.6		21.6		21.6		21.6		21.6		21.6

																																				Material		CTE		Elastic Modulus (GPa)

																																				Cu		1.7E-05		115

																																				Alumina		6.80E-06		370

																																				AlN		4.50E-06		330

																																		CTE of DBC				0.000008115





		



Aluminum

SAC305

Copper

AlSiC

Aluminum Oxide

Aluminum Nitride

Silicon Nitride

Temperature (°C)

Coefficient of thermal expansion (ppm/°C)



						Cu-6mm

		Time (s)		Temperature (°C)		Z Stress (Pa)		Z Stress (MPa)		Z Strain

		22396		150		1.01E+07		10.07		3.16E-02

		22412		150		9.47E+06		9.47		3.18E-02

		22427		150		8.95E+06		8.95		3.21E-02

		22443		150		8.51E+06		8.51		3.24E-02

		22459		150		8.17E+06		8.17		3.26E-02

		22475		150		7.92E+06		7.92		3.28E-02

		22491		150		7.74E+06		7.74		3.30E-02

		22506		150		7.62E+06		7.62		3.31E-02

		22522		150		7.54E+06		7.54		3.33E-02

		22538		150		7.47E+06		7.47		3.34E-02

		22554		150		7.42E+06		7.42		3.35E-02

		22569		150		7.37E+06		7.37		3.36E-02

		22585		150		7.32E+06		7.32		3.37E-02

		22601		150		7.27E+06		7.27		3.38E-02

		22617		150		7.23E+06		7.23		3.38E-02

		22633		150		7.18E+06		7.18		3.39E-02

		22648		150		7.14E+06		7.14		3.40E-02

		22664		150		7.09E+06		7.09		3.41E-02

		22680		150		7.05E+06		7.05		3.42E-02

		22696		150		7.02E+06		7.02		3.42E-02

		22712		150		6.98E+06		6.98		3.43E-02

		22727		150		6.95E+06		6.95		3.43E-02

		22743		150		6.91E+06		6.91		3.44E-02

		22759		150		6.88E+06		6.88		3.45E-02

		22775		150		6.85E+06		6.85		3.45E-02

		22791		150		6.82E+06		6.82		3.46E-02

		22806		150		6.80E+06		6.80		3.46E-02

		22822		150		6.77E+06		6.77		3.47E-02

		22838		150		6.75E+06		6.75		3.48E-02

		22854		150		6.72E+06		6.72		3.48E-02

		22869		150		6.70E+06		6.70		3.49E-02

		22885		150		6.68E+06		6.68		3.49E-02

		22901		150		6.66E+06		6.66		3.50E-02

		22917		150		6.64E+06		6.64		3.50E-02

		22933		150		6.62E+06		6.62		3.51E-02

		22948		150		6.60E+06		6.60		3.51E-02

		22964		150		6.58E+06		6.58		3.51E-02

		22980		150		6.56E+06		6.56		3.52E-02

		23040		145		-2.92E+06		-2.92		3.52E-02

		23100		140		-1.20E+07		-12.00		3.51E-02

		23160		135		-1.75E+07		-17.48		3.48E-02

		23220		130		-1.97E+07		-19.71		3.44E-02

		23280		125		-2.09E+07		-20.88		3.39E-02

		23340		120		-2.15E+07		-21.47		3.33E-02

		23400		115		-2.17E+07		-21.69		3.27E-02

		23460		110		-2.14E+07		-21.36		3.19E-02

		23520		105		-2.09E+07		-20.88		3.11E-02

		23580		100		-2.06E+07		-20.55		3.02E-02

		23640		95		-2.04E+07		-20.37		2.93E-02

		23700		90		-2.03E+07		-20.33		2.84E-02

		23760		85		-2.04E+07		-20.44		2.74E-02

		23820		80		-2.07E+07		-20.68		2.64E-02

		23880		75		-2.10E+07		-21.03		2.54E-02

		23940		70		-2.14E+07		-21.43		2.44E-02

		24000		65		-2.19E+07		-21.88		2.33E-02

		24060		60		-2.24E+07		-22.39		2.23E-02

		24120		55		-2.30E+07		-22.95		2.13E-02

		24180		50		-2.35E+07		-23.55		2.03E-02

		24240		45		-2.42E+07		-24.19		1.93E-02

		24300		40		-2.49E+07		-24.85		1.83E-02

		24360		35		-2.55E+07		-25.55		1.73E-02

		24420		30		-2.63E+07		-26.28		1.63E-02

		24480		25		-2.70E+07		-27.04		1.54E-02

		24540		20		-2.78E+07		-27.85		1.44E-02

		24600		15		-2.88E+07		-28.82		1.35E-02

		24660		10		-2.98E+07		-29.85		1.26E-02

		24720		5		-3.09E+07		-30.94		1.18E-02

		24780		0		-3.21E+07		-32.10		1.09E-02

		24840		-5		-3.33E+07		-33.35		1.01E-02

		24900		-10		-3.47E+07		-34.69		9.30E-03

		24960		-15		-3.61E+07		-36.13		8.53E-03

		25020		-20		-3.77E+07		-37.70		7.80E-03

		25080		-25		-3.93E+07		-39.32		7.08E-03

		25140		-30		-4.11E+07		-41.11		6.39E-03

		25200		-35		-4.31E+07		-43.10		5.74E-03

		25260		-40		-4.52E+07		-45.17		5.11E-03

		25276		-40		-4.42E+07		-44.19		5.07E-03

		25292		-40		-4.37E+07		-43.73		5.03E-03

		25307		-40		-4.33E+07		-43.30		4.98E-03

		25323		-40		-4.29E+07		-42.89		4.94E-03

		25339		-40		-4.25E+07		-42.53		4.90E-03

		25355		-40		-4.22E+07		-42.20		4.86E-03

		25371		-40		-4.19E+07		-41.90		4.83E-03

		25386		-40		-4.16E+07		-41.62		4.80E-03

		25402		-40		-4.14E+07		-41.36		4.77E-03

		25418		-40		-4.11E+07		-41.13		4.74E-03

		25434		-40		-4.09E+07		-40.90		4.71E-03

		25449		-40		-4.07E+07		-40.69		4.68E-03

		25465		-40		-4.05E+07		-40.49		4.66E-03

		25481		-40		-4.03E+07		-40.30		4.63E-03

		25497		-40		-4.01E+07		-40.12		4.61E-03

		25513		-40		-4.00E+07		-39.95		4.59E-03

		25528		-40		-3.98E+07		-39.79		4.57E-03

		25544		-40		-3.96E+07		-39.63		4.54E-03

		25560		-40		-3.95E+07		-39.49		4.52E-03

		25576		-40		-3.93E+07		-39.34		4.50E-03

		25592		-40		-3.92E+07		-39.20		4.49E-03

		25607		-40		-3.91E+07		-39.07		4.47E-03

		25623		-40		-3.89E+07		-38.94		4.45E-03

		25639		-40		-3.88E+07		-38.82		4.43E-03

		25655		-40		-3.87E+07		-38.70		4.42E-03

		25671		-40		-3.86E+07		-38.58		4.40E-03

		25686		-40		-3.85E+07		-38.47		4.38E-03

		25702		-40		-3.84E+07		-38.36		4.37E-03

		25718		-40		-3.83E+07		-38.26		4.35E-03

		25734		-40		-3.82E+07		-38.16		4.34E-03

		25749		-40		-3.81E+07		-38.06		4.32E-03

		25765		-40		-3.80E+07		-37.96		4.31E-03

		25781		-40		-3.79E+07		-37.86		4.29E-03

		25797		-40		-3.78E+07		-37.77		4.28E-03

		25813		-40		-3.77E+07		-37.68		4.27E-03

		25828		-40		-3.76E+07		-37.60		4.25E-03

		25844		-40		-3.75E+07		-37.51		4.24E-03

		25860		-40		-3.74E+07		-37.43		4.23E-03

		25920		-35		-2.82E+07		-28.19		4.22E-03

		25980		-30		-1.90E+07		-18.97		4.22E-03

		26040		-25		-9.79E+06		-9.79		4.22E-03

		26100		-20		-735253		-0.74		4.22E-03

		26160		-15		8.09E+06		8.09		4.23E-03

		26220		-10		1.67E+07		16.70		4.26E-03

		26280		-5		2.49E+07		24.87		4.35E-03

		26340		0		3.25E+07		32.54		4.48E-03

		26400		5		3.93E+07		39.33		4.65E-03

		26460		10		4.46E+07		44.63		4.86E-03

		26520		15		4.82E+07		48.23		5.11E-03

		26580		20		5.02E+07		50.23		5.41E-03

		26640		25		5.08E+07		50.81		5.74E-03

		26700		30		5.02E+07		50.23		6.11E-03

		26760		35		4.85E+07		48.47		6.54E-03

		26820		40		4.62E+07		46.17		7.00E-03

		26880		45		4.37E+07		43.74		7.52E-03

		26940		50		4.12E+07		41.24		8.09E-03

		27000		55		3.87E+07		38.70		8.71E-03

		27060		60		3.62E+07		36.17		9.38E-03

		27120		65		3.36E+07		33.59		1.01E-02

		27180		70		3.10E+07		31.04		1.09E-02

		27240		75		2.85E+07		28.53		1.17E-02

		27300		80		2.61E+07		26.15		1.25E-02

		27360		85		2.39E+07		23.90		1.34E-02

		27420		90		2.18E+07		21.81		1.44E-02

		27480		95		1.99E+07		19.94		1.53E-02

		27540		100		1.83E+07		18.32		1.64E-02

		27600		105		1.70E+07		16.96		1.74E-02

		27660		110		1.58E+07		15.83		1.85E-02

		27720		115		1.49E+07		14.90		1.97E-02

		27780		120		1.41E+07		14.08		2.09E-02

		27840		125		1.34E+07		13.37		2.22E-02

		27900		130		1.28E+07		12.78		2.36E-02

		27960		135		1.23E+07		12.26		2.51E-02

		28020		140		1.18E+07		11.81		2.67E-02

		28080		145		1.14E+07		11.42		2.84E-02

		28140		150		1.11E+07		11.06		3.03E-02





		0.0276558		0.031039		0.00426353		0.00346154

		0.0279074		0.0310325		0.00422608		0.00345851

		0.0281621		0.0309413		0.00418613		0.00345848

		0.0284048		0.0306944		0.00414529		0.0034588

		0.0286244		0.0303134		0.00410685		0.00345935

		0.0288157		0.02986		0.0040712		0.00346213

		0.0289786		0.0293428		0.00403798		0.00348785

		0.0291169		0.0287691		0.00400682		0.00356746

		0.0292362		0.0280983		0.00397746		0.00368678

		0.0293422		0.0273982		0.00394969		0.00383575

		0.0294392		0.0266435		0.00392334		0.00402226

		0.0295298		0.0258482		0.00389824		0.004251

		0.0296155		0.0250235		0.00387428		0.00451869

		0.0296969		0.0241633		0.00385135		0.00482161

		0.0297748		0.0232901		0.00382935		0.00515605

		0.0298494		0.0224002		0.00380821		0.00554802

		0.029921		0.021499		0.00378786		0.00597029

		0.02999		0.0205914		0.00376823		0.00643273

		0.0300566		0.0196813		0.00374928		0.00693862

		0.0301209		0.0187748		0.00373094		0.0074826

		0.0301833		0.0178739		0.00371319		0.00807609

		0.0302438		0.0169801		0.00369598		0.008709

		0.0303025		0.0160953		0.00367927		0.00939524

		0.0303597		0.0152206		0.00366304		0.0101207

		0.0304154		0.0143569		0.00364725		0.0108861

		0.0304696		0.0135051		0.00363188		0.0116803

		0.0305226		0.0126695		0.0036169		0.0125062

		0.0305744		0.0118515		0.0036023		0.0133659

		0.0306251		0.0110522		0.00358805		0.0142614

		0.0306747		0.0102728		0.00357414		0.0151947

		0.0307232		0.0095079		0.00356054		0.0161804

		0.0307708		0.00876657		0.00354724		0.0172087

		0.0308175		0.00805038		0.00353424		0.0182957

		0.0308634		0.00736073		0.0035215		0.0194463

		0.0309084		0.00668749		0.00350903		0.0206658

		0.0309527		0.00604502		0.00349681		0.0219735

		0.0309962		0.00542059		0.00348483		0.0233748

		0.031039		0.00483211		0.00347308		0.0248903

				0.00426353		0.00346154		0.026541
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HighDwellCu

RampDownCu

LowDwellCu

RampUpCu

HD_Cu-6mm

RD_Cu-6mm

LD_Cu-6mm

RU_Cu-6mm

Strain (Z)

Stress Z (MPa)

Cu Baseplate

9.87353

6.42122

-45.6024

-37.8683

9.23847

-2.51737

-44.6278

-28.9891

8.69985

-11.2436

-44.1644

-20.142

8.26528

-16.847

-43.7344

-11.3478

7.93482

-19.3562

-43.3352

-2.67531

7.6978

-20.5855

-42.9741

5.78289

7.53602

-21.2609

-42.6478

14.0228

7.42808

-21.5338

-42.3498

21.9073

7.35334

-21.2658

-42.075

29.3273

7.29529

-21.0149

-41.82

36.0442

7.24359

-20.8189

-41.5817

41.5434

7.19366

-20.6586

-41.3582

45.5625

7.14439

-20.5962

-41.1476

48.0927

7.09614

-20.6241

-40.9486

49.2206

7.0495

-20.7793

-40.7598

49.1329

7.00487

-21.0607

-40.5802

47.7676

6.96242

-21.4283

-40.4091

45.7667

6.92218

-21.8679

-40.2455

43.5372

6.88407

-22.3716

-40.089

41.2034

6.84796

-22.9289

-39.9389

38.8742

6.81374

-23.541

-39.7947

36.4831

6.78127

-24.2023

-39.656

34.0941

6.75044

-24.8859

-39.5224

31.6071

6.72111

-25.6003

-39.3936

29.1533

6.69319

-26.3503

-39.2691

26.7453

6.66657

-27.1392

-39.1488

24.5001

6.64116

-28.0246

-39.0324

22.4053

6.61686

-28.9863

-38.9196

20.4748

6.59362

-30.0213

-38.8102

18.7481

6.57134

-31.1326

-38.7041

17.2615

6.54996

-32.266

-38.601

15.9572

6.52944

-33.5128

-38.5008

14.9148

6.5097

-34.8811

-38.4033

14.0519

6.4907

-36.3845

-38.3084

13.3235

6.47239

-37.9348

-38.2159

12.711

6.45474

-39.6629

-38.1258

12.1626

6.43769

-41.4574

-38.0379

11.6827

6.42122

-43.4812

-37.9521

11.2569

-45.6024

-37.8683

10.8781
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Impact of Baseplate Thickness & Footprint

Ceramic (Si3N4) thickness – 0.32 mm; metallization – 0.2 mm Baseplate thickness – 5mm; ceramic (Si3N4) – 0.32 mm; 
metallization – 0.2 mm. 

Thermal cycling profile - -40°C - 200°C 

• Thickness variation has a larger impact on solder joint reliability than footprint/size 
variation. 
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Al

Copper

AlSiC

Baseplate Thickness (mm)

Strain Energy Density/Cycle (MPa)

4.578005

2.194429

0.180207

3.92511

1.944981

0.179142

3.15812

1.631509

0.177693

2.275288

1.238445

0.175518

1.295659

0.758202

0.172362

0.476935

0.298032

0.167606



MatProperties

		

				Substrate		Dimensions (mm)		Elastic Modulus (GPa)		Poisson's Ratio		CTE (ppm/°C)		Remarks

				Si3N4		.2/.32/.2		300		0.28		2.8		Kyocera/Rogers

				AlN				330		0.24		4.5		Accuratus

				Al2O3				360		0.21		7.2		Kyocera





MasterStudy

		

				Baseplate		Substrate		Strain Energy Density/Cycle (MPa)

				Copper		Si3N4		1.94

						AlN		1.54

						Al2O3		0.94

				AlSiC		Si3N4		0.179

						AlN		0.161

						Al2O3		0.208

				Al		Si3N4		3.93

						AlN		3.41

						Al2O3		2.58

				Trials		SED/Cycle (MPa)

				AlSiC-Al2O3; Al2O3 elastic modulus is same as Si3N4		0.226

				Cu baseplate (5mm) with AlN ceramic thickness as 0.32mm -  1.05 MPa





MasterStudy

		



Si3N4

AlN

Al2O3

Strain Energy Density/Cycle  (MPa)



BaseplateMat&ThkVariation

		All simulations in this tab did not account for solder meniscus at the edges; All simulations in the table are done with an APDL script

												Strain Energy Density/Cycle (MPa)

								Baseplate Thickness (mm)				Copper		AlSiC		Al

								6				2.19		0.18		4.58

						Standard		5				1.94		0.18		3.93

								4				1.63		0.18		3.16

								3				1.24		0.18		2.28

								2				0.76		0.17		1.30

								1				0.30		0.17		0.48

		5 mm Cu baseplate check (model from Workbech) - 3064402 Pa; this result matches well with F7

						Copper						AlSiC

		Time (s)		Temperature (°C)		Z Stress (Pa)		Z Stress (MPa)		Z Strain		XZ Stress (Pa)		XZ Stress (MPa)		XZ Strain

		22396		150		9.87E+06		9.87		2.77E-02		-1.77E+06		-1.77		-3.12E-03

		22412		150		9.24E+06		9.24		2.79E-02		-1.84E+06		-1.84		-3.24E-03

		22427		150		8.70E+06		8.70		2.82E-02		-1.83E+06		-1.83		-3.34E-03

		22443		150		8.27E+06		8.27		2.84E-02		-1.82E+06		-1.82		-3.43E-03

		22459		150		7.93E+06		7.93		2.86E-02		-1.81E+06		-1.81		-3.51E-03

		22475		150		7.70E+06		7.70		2.88E-02		-1.79E+06		-1.79		-3.59E-03

		22491		150		7.54E+06		7.54		2.90E-02		-1.77E+06		-1.77		-3.66E-03

		22506		150		7.43E+06		7.43		2.91E-02		-1.74E+06		-1.74		-3.72E-03

		22522		150		7.35E+06		7.35		2.92E-02		-1.72E+06		-1.72		-3.79E-03

		22538		150		7.30E+06		7.30		2.93E-02		-1.70E+06		-1.70		-3.85E-03

		22554		150		7.24E+06		7.24		2.94E-02		-1.68E+06		-1.68		-3.90E-03

		22569		150		7.19E+06		7.19		2.95E-02		-1.67E+06		-1.67		-3.95E-03

		22585		150		7.14E+06		7.14		2.96E-02		-1.65E+06		-1.65		-4.00E-03

		22601		150		7.10E+06		7.10		2.97E-02		-1.63E+06		-1.63		-4.05E-03

		22617		150		7.05E+06		7.05		2.98E-02		-1.61E+06		-1.61		-4.10E-03

		22633		150		7.00E+06		7.00		2.98E-02		-1.60E+06		-1.60		-4.14E-03

		22648		150		6.96E+06		6.96		2.99E-02		-1.58E+06		-1.58		-4.18E-03

		22664		150		6.92E+06		6.92		3.00E-02		-1.57E+06		-1.57		-4.22E-03

		22680		150		6.88E+06		6.88		3.01E-02		-1.55E+06		-1.55		-4.26E-03

		22696		150		6.85E+06		6.85		3.01E-02		-1.54E+06		-1.54		-4.30E-03

		22712		150		6.81E+06		6.81		3.02E-02		-1.53E+06		-1.53		-4.34E-03

		22727		150		6.78E+06		6.78		3.02E-02		-1.52E+06		-1.52		-4.37E-03

		22743		150		6.75E+06		6.75		3.03E-02		-1.50E+06		-1.50		-4.41E-03

		22759		150		6.72E+06		6.72		3.04E-02		-1.49E+06		-1.49		-4.44E-03

		22775		150		6.69E+06		6.69		3.04E-02		-1.48E+06		-1.48		-4.47E-03

		22791		150		6.67E+06		6.67		3.05E-02		-1.47E+06		-1.47		-4.50E-03

		22806		150		6.64E+06		6.64		3.05E-02		-1.46E+06		-1.46		-4.54E-03

		22822		150		6.62E+06		6.62		3.06E-02		-1.45E+06		-1.45		-4.57E-03

		22838		150		6.59E+06		6.59		3.06E-02		-1.44E+06		-1.44		-4.60E-03

		22854		150		6.57E+06		6.57		3.07E-02		-1.43E+06		-1.43		-4.62E-03

		22869		150		6.55E+06		6.55		3.07E-02		-1.42E+06		-1.42		-4.65E-03

		22885		150		6.53E+06		6.53		3.08E-02		-1.41E+06		-1.41		-4.68E-03

		22901		150		6.51E+06		6.51		3.08E-02		-1.41E+06		-1.41		-4.71E-03

		22917		150		6.49E+06		6.49		3.09E-02		-1.40E+06		-1.40		-4.73E-03

		22933		150		6.47E+06		6.47		3.09E-02		-1.39E+06		-1.39		-4.76E-03

		22948		150		6.45E+06		6.45		3.10E-02		-1.38E+06		-1.38		-4.78E-03

		22964		150		6.44E+06		6.44		3.10E-02		-1.37E+06		-1.37		-4.81E-03

		22980		150		6.42E+06		6.42		3.10E-02		-1.37E+06		-1.37		-4.83E-03

		23040		145		-2.52E+06		-2.52		3.10E-02		-1.66E+06		-1.66		-5.00E-03

		23100		140		-1.12E+07		-11.24		3.09E-02		-1.73E+06		-1.73		-5.22E-03

		23160		135		-1.68E+07		-16.85		3.07E-02		-1.58E+06		-1.58		-5.42E-03

		23220		130		-1.94E+07		-19.36		3.03E-02		-1.34E+06		-1.34		-5.58E-03

		23280		125		-2.06E+07		-20.59		2.99E-02		-1.07E+06		-1.07		-5.69E-03

		23340		120		-2.13E+07		-21.26		2.93E-02		-810108		-0.81		-5.78E-03

		23400		115		-2.15E+07		-21.53		2.88E-02		-569876		-0.57		-5.84E-03

		23460		110		-2.13E+07		-21.27		2.81E-02		-357615		-0.36		-5.87E-03

		23520		105		-2.10E+07		-21.01		2.74E-02		-174872		-0.17		-5.88E-03

		23580		100		-2.08E+07		-20.82		2.66E-02		-20757.8		-0.02		-5.88E-03

		23640		95		-2.07E+07		-20.66		2.58E-02		106625		0.11		-5.86E-03

		23700		90		-2.06E+07		-20.60		2.50E-02		209401		0.21		-5.84E-03

		23760		85		-2.06E+07		-20.62		2.42E-02		289320		0.29		-5.81E-03

		23820		80		-2.08E+07		-20.78		2.33E-02		347830		0.35		-5.78E-03

		23880		75		-2.11E+07		-21.06		2.24E-02		386065		0.39		-5.75E-03

		23940		70		-2.14E+07		-21.43		2.15E-02		404792		0.40		-5.72E-03

		24000		65		-2.19E+07		-21.87		2.06E-02		404237		0.40		-5.69E-03

		24060		60		-2.24E+07		-22.37		1.97E-02		384345		0.38		-5.66E-03

		24120		55		-2.29E+07		-22.93		1.88E-02		344907		0.34		-5.64E-03

		24180		50		-2.35E+07		-23.54		1.79E-02		285497		0.29		-5.62E-03

		24240		45		-2.42E+07		-24.20		1.70E-02		205332		0.21		-5.61E-03

		24300		40		-2.49E+07		-24.89		1.61E-02		103468		0.10		-5.60E-03

		24360		35		-2.56E+07		-25.60		1.52E-02		-21020.7		-0.02		-5.60E-03

		24420		30		-2.64E+07		-26.35		1.44E-02		-169178		-0.17		-5.61E-03

		24480		25		-2.71E+07		-27.14		1.35E-02		-342323		-0.34		-5.62E-03

		24540		20		-2.80E+07		-28.02		1.27E-02		-541864		-0.54		-5.64E-03

		24600		15		-2.90E+07		-28.99		1.19E-02		-769125		-0.77		-5.66E-03

		24660		10		-3.00E+07		-30.02		1.11E-02		-1.03E+06		-1.03		-5.69E-03

		24720		5		-3.11E+07		-31.13		1.03E-02		-1.31E+06		-1.31		-5.73E-03

		24780		0		-3.23E+07		-32.27		9.51E-03		-1.63E+06		-1.63		-5.77E-03

		24840		-5		-3.35E+07		-33.51		8.77E-03		-1.99E+06		-1.99		-5.82E-03

		24900		-10		-3.49E+07		-34.88		8.05E-03		-2.38E+06		-2.38		-5.88E-03

		24960		-15		-3.64E+07		-36.38		7.36E-03		-2.80E+06		-2.80		-5.94E-03

		25020		-20		-3.79E+07		-37.93		6.69E-03		-3.27E+06		-3.27		-6.00E-03

		25080		-25		-3.97E+07		-39.66		6.05E-03		-3.78E+06		-3.78		-6.07E-03

		25140		-30		-4.15E+07		-41.46		5.42E-03		-4.34E+06		-4.34		-6.15E-03

		25200		-35		-4.35E+07		-43.48		4.83E-03		-4.94E+06		-4.94		-6.23E-03

		25260		-40		-4.56E+07		-45.60		4.26E-03		-5.60E+06		-5.60		-6.31E-03

		25276		-40		-4.46E+07		-44.63		4.23E-03		-5.29E+06		-5.29		-6.33E-03

		25292		-40		-4.42E+07		-44.16		4.19E-03		-5.04E+06		-5.04		-6.34E-03

		25307		-40		-4.37E+07		-43.73		4.15E-03		-4.84E+06		-4.84		-6.35E-03

		25323		-40		-4.33E+07		-43.34		4.11E-03		-4.67E+06		-4.67		-6.36E-03

		25339		-40		-4.30E+07		-42.97		4.07E-03		-4.52E+06		-4.52		-6.36E-03

		25355		-40		-4.26E+07		-42.65		4.04E-03		-4.38E+06		-4.38		-6.37E-03

		25371		-40		-4.23E+07		-42.35		4.01E-03		-4.27E+06		-4.27		-6.37E-03

		25386		-40		-4.21E+07		-42.08		3.98E-03		-4.16E+06		-4.16		-6.38E-03

		25402		-40		-4.18E+07		-41.82		3.95E-03		-4.06E+06		-4.06		-6.38E-03

		25418		-40		-4.16E+07		-41.58		3.92E-03		-3.97E+06		-3.97		-6.39E-03

		25434		-40		-4.14E+07		-41.36		3.90E-03		-3.88E+06		-3.88		-6.39E-03

		25449		-40		-4.11E+07		-41.15		3.87E-03		-3.81E+06		-3.81		-6.39E-03

		25465		-40		-4.09E+07		-40.95		3.85E-03		-3.73E+06		-3.73		-6.39E-03

		25481		-40		-4.08E+07		-40.76		3.83E-03		-3.66E+06		-3.66		-6.40E-03

		25497		-40		-4.06E+07		-40.58		3.81E-03		-3.60E+06		-3.60		-6.40E-03

		25513		-40		-4.04E+07		-40.41		3.79E-03		-3.54E+06		-3.54		-6.40E-03

		25528		-40		-4.02E+07		-40.25		3.77E-03		-3.48E+06		-3.48		-6.40E-03

		25544		-40		-4.01E+07		-40.09		3.75E-03		-3.42E+06		-3.42		-6.41E-03

		25560		-40		-3.99E+07		-39.94		3.73E-03		-3.37E+06		-3.37		-6.41E-03

		25576		-40		-3.98E+07		-39.79		3.71E-03		-3.32E+06		-3.32		-6.41E-03

		25592		-40		-3.97E+07		-39.66		3.70E-03		-3.27E+06		-3.27		-6.41E-03

		25607		-40		-3.95E+07		-39.52		3.68E-03		-3.23E+06		-3.23		-6.41E-03

		25623		-40		-3.94E+07		-39.39		3.66E-03		-3.18E+06		-3.18		-6.41E-03

		25639		-40		-3.93E+07		-39.27		3.65E-03		-3.14E+06		-3.14		-6.42E-03

		25655		-40		-3.91E+07		-39.15		3.63E-03		-3.10E+06		-3.10		-6.42E-03

		25671		-40		-3.90E+07		-39.03		3.62E-03		-3.06E+06		-3.06		-6.42E-03

		25686		-40		-3.89E+07		-38.92		3.60E-03		-3.02E+06		-3.02		-6.42E-03

		25702		-40		-3.88E+07		-38.81		3.59E-03		-2.98E+06		-2.98		-6.42E-03

		25718		-40		-3.87E+07		-38.70		3.57E-03		-2.95E+06		-2.95		-6.42E-03

		25734		-40		-3.86E+07		-38.60		3.56E-03		-2.91E+06		-2.91		-6.42E-03

		25749		-40		-3.85E+07		-38.50		3.55E-03		-2.88E+06		-2.88		-6.42E-03

		25765		-40		-3.84E+07		-38.40		3.53E-03		-2.85E+06		-2.85		-6.42E-03

		25781		-40		-3.83E+07		-38.31		3.52E-03		-2.81E+06		-2.81		-6.43E-03

		25797		-40		-3.82E+07		-38.22		3.51E-03		-2.78E+06		-2.78		-6.43E-03

		25813		-40		-3.81E+07		-38.13		3.50E-03		-2.75E+06		-2.75		-6.43E-03

		25828		-40		-3.80E+07		-38.04		3.48E-03		-2.72E+06		-2.72		-6.43E-03

		25844		-40		-3.80E+07		-37.95		3.47E-03		-2.70E+06		-2.70		-6.43E-03

		25860		-40		-3.79E+07		-37.87		3.46E-03		-2.67E+06		-2.67		-6.43E-03

		25920		-35		-2.90E+07		-28.99		3.46E-03		-456279		-0.46		-6.43E-03

		25980		-30		-2.01E+07		-20.14		3.46E-03		1.66E+06		1.66		-6.43E-03

		26040		-25		-1.13E+07		-11.35		3.46E-03		3.71E+06		3.71		-6.43E-03

		26100		-20		-2.68E+06		-2.68		3.46E-03		5.65E+06		5.65		-6.41E-03

		26160		-15		5.78E+06		5.78		3.46E-03		7.39E+06		7.39		-6.34E-03

		26220		-10		1.40E+07		14.02		3.49E-03		8.82E+06		8.82		-6.17E-03

		26280		-5		2.19E+07		21.91		3.57E-03		9.80E+06		9.80		-5.86E-03

		26340		0		2.93E+07		29.33		3.69E-03		1.02E+07		10.16		-5.42E-03

		26400		5		3.60E+07		36.04		3.84E-03		1.01E+07		10.10		-4.89E-03

		26460		10		4.15E+07		41.54		4.02E-03		9.79E+06		9.79		-4.32E-03

		26520		15		4.56E+07		45.56		4.25E-03		9.33E+06		9.33		-3.77E-03

		26580		20		4.81E+07		48.09		4.52E-03		8.79E+06		8.79		-3.25E-03

		26640		25		4.92E+07		49.22		4.82E-03		8.23E+06		8.23		-2.76E-03

		26700		30		4.91E+07		49.13		5.16E-03		7.65E+06		7.65		-2.31E-03

		26760		35		4.78E+07		47.77		5.55E-03		7.07E+06		7.07		-1.89E-03

		26820		40		4.58E+07		45.77		5.97E-03		6.48E+06		6.48		-1.50E-03

		26880		45		4.35E+07		43.54		6.43E-03		5.90E+06		5.90		-1.15E-03

		26940		50		4.12E+07		41.20		6.94E-03		5.32E+06		5.32		-8.27E-04

		27000		55		3.89E+07		38.87		7.48E-03		4.75E+06		4.75		-5.36E-04

		27060		60		3.65E+07		36.48		8.08E-03		4.18E+06		4.18		-2.75E-04

		27120		65		3.41E+07		34.09		8.71E-03		3.63E+06		3.63		-4.35E-05

		27180		70		3.16E+07		31.61		9.40E-03		3.08E+06		3.08		1.59E-04

		27240		75		2.92E+07		29.15		1.01E-02		2.55E+06		2.55		3.33E-04

		27300		80		2.67E+07		26.75		1.09E-02		2.04E+06		2.04		4.79E-04

		27360		85		2.45E+07		24.50		1.17E-02		1.55E+06		1.55		5.94E-04

		27420		90		2.24E+07		22.41		1.25E-02		1.08E+06		1.08		6.78E-04

		27480		95		2.05E+07		20.47		1.34E-02		640856		0.64		7.28E-04

		27540		100		1.87E+07		18.75		1.43E-02		235856		0.24		7.41E-04

		27600		105		1.73E+07		17.26		1.52E-02		-132663		-0.13		7.16E-04

		27660		110		1.60E+07		15.96		1.62E-02		-461953		-0.46		6.48E-04

		27720		115		1.49E+07		14.91		1.72E-02		-750213		-0.75		5.34E-04

		27780		120		1.41E+07		14.05		1.83E-02		-996774		-1.00		3.72E-04

		27840		125		1.33E+07		13.32		1.94E-02		-1.20E+06		-1.20		1.59E-04

		27900		130		1.27E+07		12.71		2.07E-02		-1.37E+06		-1.37		-1.07E-04

		27960		135		1.22E+07		12.16		2.20E-02		-1.50E+06		-1.50		-4.29E-04

		28020		140		1.17E+07		11.68		2.34E-02		-1.60E+06		-1.60		-8.08E-04

		28080		145		1.13E+07		11.26		2.49E-02		-1.67E+06		-1.67		-1.25E-03

		28140		150		1.09E+07		10.88		2.65E-02		-1.72E+06		-1.72		-1.75E-03





BaseplateMat&ThkVariation

		



Al

Copper

AlSiC

Baseplate Thickness (mm)

Strain Energy Density/Cycle (MPa)



SubThkVariation_Cu

		



30 C

HighDwellCu

RampDownCu

LowDwellCu

RampUpCu

Strain (Z)

Stress Z (MPa)

Cu Baseplate
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SubMetThkVariation_Cu

		

						Baseplate		Substrate		Substrate Thickness (mm)		Strain Energy Density/Cycle (MPa)

						Copper		Si₃N₄		0.25		1.50

										0.32		1.94

										0.5		2.83

										0.63		3.28

										0.75		3.60

										1		4.03

								Al₂O₃		0.25		0.73

										0.32		0.94

										0.5		1.34

										0.63		1.54

										0.75		1.68

										1		1.86

								AlN		0.25		1.20

										0.32		1.54

										0.5		2.22

										0.63		2.56

										0.75		2.80

										1		3.12

						Metallization thickness is 0.2 mm





SubMetThkVariation_Cu
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SubMetThkVariation_AlSiC

		

						Baseplate		Substrate		Substrate Thickness (mm)		Strain Energy Density/Cycle (MPa)

						AlSiC		Si₃N₄		0.25		0.16

										0.32		0.18

										0.5		0.25

										0.63		0.31

										0.75		0.37

										1		0.46

								Al₂O₃		0.25		0.23

										0.32		0.21

										0.5		0.18

										0.63		0.17

										0.75		0.17

										1		0.16

								AlN		0.25		0.16

										0.32		0.16

										0.5		0.18

										0.63		0.20

										0.75		0.22

										1		0.26





SubMetThkVariation_AlSiC
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BaseplateFootPrintVariation

		

						Baseplate		Substrate		Substrate Thickness (mm)		Substrate Metallization Thickness (mm)		Strain Energy Density/Cycle (MPa)

						Copper		Si3N4		0.63		0.127		3.86

												0.2		3.28

												0.3		2.64

												0.4		2.13

												0.5		1.72

								Al2O3		0.63		0.127		1.81

												0.2		1.54

												0.3		1.24

												0.4		0.99

												0.5		0.79

								AlN		0.63		0.127		3.01

												0.2		2.56

												0.3		2.06

												0.4		1.66

												0.5		1.34

				Cu baseplate and 0.127 bottom metallization (without substrate ceramic and top metallization) - 30576.478 Pa

				Cu baseplate and 0.2 bottom metallization (without substrate ceramic and top metallization) - 30816.28 Pa





BaseplateFootPrintVariation
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CTEProperties

		

						Baseplate		Substrate		Substrate Thickness (mm)		Substrate Metallization Thickness (mm)		Strain Energy Density/Cycle (MPa)

						AlSiC		Si3N4		0.63		0.127		0.44

												0.2		0.31

												0.3		0.22

												0.4		0.18

												0.5		0.19

								Al2O3		0.63		0.127		0.16

												0.2		0.17

												0.3		0.20

												0.4		0.26

												0.5		0.33

								AlN		0.63		0.127		0.26

												0.2		0.20

												0.3		0.17

												0.4		0.18

												0.5		0.20

				Cu baseplate and 0.127 bottom metallization (without substrate ceramic and top metallization) - 30576.478 Pa

				Cu baseplate and 0.2 bottom metallization (without substrate ceramic and top metallization) - 30816.28 Pa
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Si3N4

AlN

Al2O3

Substrate Metallization Thickness (mm)

Strain Energy Density/Cycle (MPa)



Sheet1

		

										Strain Energy Density/Cycle (MPa)

								Baseplate Side (mm)		Cu		Al		AlSiC

								50.8		3.02		6.00		0.22

								55.8		3.53		7.19		0.23

								60.8		3.83		7.93		0.23

								65.8		4.05		8.48		0.23

								70.8		4.22		8.90		0.24

						Strain Energy Density/Cycle (MPa) - WB -55.8 Cu				3.52





Sheet1

		



Al

Cu

AlSiC

Baseplate Length (mm)

Strain Energy Density/Cycle (MPa)



		

								CTE (ppm/ °C)

						Material		-40		-20		0		20		40		60		80		100		120		140		160		180		200

						Copper		15.8		16		16.3		16.5		16.7		16.9		17.1		17.3		17.5		17.7		17.8		18		18.2

						Aluminum		21.9		22.1		22.3		22.5		22.7		22.9		23.1		23.3		23.5		23.7		23.9		24.1		24.3

						AlSiC		6.84		7.04		7.24		7.44		7.64		7.84		8.04		8.24		8.44		8.64		8.84		9.04		9.24

						Silicon Nitride		2.8		2.8		2.8		2.8		2.8		2.8		2.8		2.8		2.8		2.8		2.8		2.8		2.8

						Aluminum Nitride		4.5		4.5		4.5		4.5		4.5		4.5		4.5		4.5		4.5		4.5		4.5		4.5		4.5

						Aluminum Oxide		8.2		8.2		8.2		8.2		8.2		8.2		8.2		8.2		8.2		8.2		8.2		8.2		8.2

						SAC305		21.6		21.6		21.6		21.6		21.6		21.6		21.6		21.6		21.6		21.6		21.6		21.6		21.6

																																				Material		CTE		Elastic Modulus (GPa)

																																				Cu		1.7E-05		115

																																				Alumina		6.80E-06		370

																																				AlN		4.50E-06		330

																																		CTE of DBC				0.000008115





		



Aluminum

SAC305

Copper

AlSiC

Aluminum Oxide

Aluminum Nitride

Silicon Nitride

Temperature (°C)

Coefficient of thermal expansion (ppm/°C)



						Cu-6mm

		Time (s)		Temperature (°C)		Z Stress (Pa)		Z Stress (MPa)		Z Strain

		22396		150		1.01E+07		10.07		3.16E-02

		22412		150		9.47E+06		9.47		3.18E-02

		22427		150		8.95E+06		8.95		3.21E-02

		22443		150		8.51E+06		8.51		3.24E-02

		22459		150		8.17E+06		8.17		3.26E-02

		22475		150		7.92E+06		7.92		3.28E-02

		22491		150		7.74E+06		7.74		3.30E-02

		22506		150		7.62E+06		7.62		3.31E-02

		22522		150		7.54E+06		7.54		3.33E-02

		22538		150		7.47E+06		7.47		3.34E-02

		22554		150		7.42E+06		7.42		3.35E-02

		22569		150		7.37E+06		7.37		3.36E-02

		22585		150		7.32E+06		7.32		3.37E-02

		22601		150		7.27E+06		7.27		3.38E-02

		22617		150		7.23E+06		7.23		3.38E-02

		22633		150		7.18E+06		7.18		3.39E-02

		22648		150		7.14E+06		7.14		3.40E-02

		22664		150		7.09E+06		7.09		3.41E-02

		22680		150		7.05E+06		7.05		3.42E-02

		22696		150		7.02E+06		7.02		3.42E-02

		22712		150		6.98E+06		6.98		3.43E-02

		22727		150		6.95E+06		6.95		3.43E-02

		22743		150		6.91E+06		6.91		3.44E-02

		22759		150		6.88E+06		6.88		3.45E-02

		22775		150		6.85E+06		6.85		3.45E-02

		22791		150		6.82E+06		6.82		3.46E-02

		22806		150		6.80E+06		6.80		3.46E-02

		22822		150		6.77E+06		6.77		3.47E-02

		22838		150		6.75E+06		6.75		3.48E-02

		22854		150		6.72E+06		6.72		3.48E-02

		22869		150		6.70E+06		6.70		3.49E-02

		22885		150		6.68E+06		6.68		3.49E-02

		22901		150		6.66E+06		6.66		3.50E-02

		22917		150		6.64E+06		6.64		3.50E-02

		22933		150		6.62E+06		6.62		3.51E-02

		22948		150		6.60E+06		6.60		3.51E-02

		22964		150		6.58E+06		6.58		3.51E-02

		22980		150		6.56E+06		6.56		3.52E-02

		23040		145		-2.92E+06		-2.92		3.52E-02

		23100		140		-1.20E+07		-12.00		3.51E-02

		23160		135		-1.75E+07		-17.48		3.48E-02

		23220		130		-1.97E+07		-19.71		3.44E-02

		23280		125		-2.09E+07		-20.88		3.39E-02

		23340		120		-2.15E+07		-21.47		3.33E-02

		23400		115		-2.17E+07		-21.69		3.27E-02

		23460		110		-2.14E+07		-21.36		3.19E-02

		23520		105		-2.09E+07		-20.88		3.11E-02

		23580		100		-2.06E+07		-20.55		3.02E-02

		23640		95		-2.04E+07		-20.37		2.93E-02

		23700		90		-2.03E+07		-20.33		2.84E-02

		23760		85		-2.04E+07		-20.44		2.74E-02

		23820		80		-2.07E+07		-20.68		2.64E-02

		23880		75		-2.10E+07		-21.03		2.54E-02

		23940		70		-2.14E+07		-21.43		2.44E-02

		24000		65		-2.19E+07		-21.88		2.33E-02

		24060		60		-2.24E+07		-22.39		2.23E-02

		24120		55		-2.30E+07		-22.95		2.13E-02

		24180		50		-2.35E+07		-23.55		2.03E-02

		24240		45		-2.42E+07		-24.19		1.93E-02

		24300		40		-2.49E+07		-24.85		1.83E-02

		24360		35		-2.55E+07		-25.55		1.73E-02

		24420		30		-2.63E+07		-26.28		1.63E-02

		24480		25		-2.70E+07		-27.04		1.54E-02

		24540		20		-2.78E+07		-27.85		1.44E-02

		24600		15		-2.88E+07		-28.82		1.35E-02

		24660		10		-2.98E+07		-29.85		1.26E-02

		24720		5		-3.09E+07		-30.94		1.18E-02

		24780		0		-3.21E+07		-32.10		1.09E-02

		24840		-5		-3.33E+07		-33.35		1.01E-02

		24900		-10		-3.47E+07		-34.69		9.30E-03

		24960		-15		-3.61E+07		-36.13		8.53E-03

		25020		-20		-3.77E+07		-37.70		7.80E-03

		25080		-25		-3.93E+07		-39.32		7.08E-03

		25140		-30		-4.11E+07		-41.11		6.39E-03

		25200		-35		-4.31E+07		-43.10		5.74E-03

		25260		-40		-4.52E+07		-45.17		5.11E-03

		25276		-40		-4.42E+07		-44.19		5.07E-03

		25292		-40		-4.37E+07		-43.73		5.03E-03

		25307		-40		-4.33E+07		-43.30		4.98E-03

		25323		-40		-4.29E+07		-42.89		4.94E-03

		25339		-40		-4.25E+07		-42.53		4.90E-03

		25355		-40		-4.22E+07		-42.20		4.86E-03

		25371		-40		-4.19E+07		-41.90		4.83E-03

		25386		-40		-4.16E+07		-41.62		4.80E-03

		25402		-40		-4.14E+07		-41.36		4.77E-03

		25418		-40		-4.11E+07		-41.13		4.74E-03

		25434		-40		-4.09E+07		-40.90		4.71E-03

		25449		-40		-4.07E+07		-40.69		4.68E-03

		25465		-40		-4.05E+07		-40.49		4.66E-03

		25481		-40		-4.03E+07		-40.30		4.63E-03

		25497		-40		-4.01E+07		-40.12		4.61E-03

		25513		-40		-4.00E+07		-39.95		4.59E-03

		25528		-40		-3.98E+07		-39.79		4.57E-03

		25544		-40		-3.96E+07		-39.63		4.54E-03

		25560		-40		-3.95E+07		-39.49		4.52E-03

		25576		-40		-3.93E+07		-39.34		4.50E-03

		25592		-40		-3.92E+07		-39.20		4.49E-03

		25607		-40		-3.91E+07		-39.07		4.47E-03

		25623		-40		-3.89E+07		-38.94		4.45E-03

		25639		-40		-3.88E+07		-38.82		4.43E-03

		25655		-40		-3.87E+07		-38.70		4.42E-03

		25671		-40		-3.86E+07		-38.58		4.40E-03

		25686		-40		-3.85E+07		-38.47		4.38E-03

		25702		-40		-3.84E+07		-38.36		4.37E-03

		25718		-40		-3.83E+07		-38.26		4.35E-03

		25734		-40		-3.82E+07		-38.16		4.34E-03

		25749		-40		-3.81E+07		-38.06		4.32E-03

		25765		-40		-3.80E+07		-37.96		4.31E-03

		25781		-40		-3.79E+07		-37.86		4.29E-03

		25797		-40		-3.78E+07		-37.77		4.28E-03

		25813		-40		-3.77E+07		-37.68		4.27E-03

		25828		-40		-3.76E+07		-37.60		4.25E-03

		25844		-40		-3.75E+07		-37.51		4.24E-03

		25860		-40		-3.74E+07		-37.43		4.23E-03

		25920		-35		-2.82E+07		-28.19		4.22E-03

		25980		-30		-1.90E+07		-18.97		4.22E-03

		26040		-25		-9.79E+06		-9.79		4.22E-03

		26100		-20		-735253		-0.74		4.22E-03

		26160		-15		8.09E+06		8.09		4.23E-03

		26220		-10		1.67E+07		16.70		4.26E-03

		26280		-5		2.49E+07		24.87		4.35E-03

		26340		0		3.25E+07		32.54		4.48E-03

		26400		5		3.93E+07		39.33		4.65E-03

		26460		10		4.46E+07		44.63		4.86E-03

		26520		15		4.82E+07		48.23		5.11E-03

		26580		20		5.02E+07		50.23		5.41E-03

		26640		25		5.08E+07		50.81		5.74E-03

		26700		30		5.02E+07		50.23		6.11E-03

		26760		35		4.85E+07		48.47		6.54E-03

		26820		40		4.62E+07		46.17		7.00E-03

		26880		45		4.37E+07		43.74		7.52E-03

		26940		50		4.12E+07		41.24		8.09E-03

		27000		55		3.87E+07		38.70		8.71E-03

		27060		60		3.62E+07		36.17		9.38E-03

		27120		65		3.36E+07		33.59		1.01E-02

		27180		70		3.10E+07		31.04		1.09E-02

		27240		75		2.85E+07		28.53		1.17E-02

		27300		80		2.61E+07		26.15		1.25E-02

		27360		85		2.39E+07		23.90		1.34E-02

		27420		90		2.18E+07		21.81		1.44E-02

		27480		95		1.99E+07		19.94		1.53E-02

		27540		100		1.83E+07		18.32		1.64E-02

		27600		105		1.70E+07		16.96		1.74E-02

		27660		110		1.58E+07		15.83		1.85E-02

		27720		115		1.49E+07		14.90		1.97E-02

		27780		120		1.41E+07		14.08		2.09E-02

		27840		125		1.34E+07		13.37		2.22E-02

		27900		130		1.28E+07		12.78		2.36E-02

		27960		135		1.23E+07		12.26		2.51E-02

		28020		140		1.18E+07		11.81		2.67E-02

		28080		145		1.14E+07		11.42		2.84E-02

		28140		150		1.11E+07		11.06		3.03E-02





		0.0276558		0.031039		0.00426353		0.00346154

		0.0279074		0.0310325		0.00422608		0.00345851

		0.0281621		0.0309413		0.00418613		0.00345848

		0.0284048		0.0306944		0.00414529		0.0034588

		0.0286244		0.0303134		0.00410685		0.00345935

		0.0288157		0.02986		0.0040712		0.00346213

		0.0289786		0.0293428		0.00403798		0.00348785

		0.0291169		0.0287691		0.00400682		0.00356746

		0.0292362		0.0280983		0.00397746		0.00368678

		0.0293422		0.0273982		0.00394969		0.00383575

		0.0294392		0.0266435		0.00392334		0.00402226

		0.0295298		0.0258482		0.00389824		0.004251

		0.0296155		0.0250235		0.00387428		0.00451869

		0.0296969		0.0241633		0.00385135		0.00482161

		0.0297748		0.0232901		0.00382935		0.00515605

		0.0298494		0.0224002		0.00380821		0.00554802

		0.029921		0.021499		0.00378786		0.00597029

		0.02999		0.0205914		0.00376823		0.00643273

		0.0300566		0.0196813		0.00374928		0.00693862

		0.0301209		0.0187748		0.00373094		0.0074826

		0.0301833		0.0178739		0.00371319		0.00807609

		0.0302438		0.0169801		0.00369598		0.008709

		0.0303025		0.0160953		0.00367927		0.00939524

		0.0303597		0.0152206		0.00366304		0.0101207

		0.0304154		0.0143569		0.00364725		0.0108861

		0.0304696		0.0135051		0.00363188		0.0116803

		0.0305226		0.0126695		0.0036169		0.0125062

		0.0305744		0.0118515		0.0036023		0.0133659

		0.0306251		0.0110522		0.00358805		0.0142614

		0.0306747		0.0102728		0.00357414		0.0151947

		0.0307232		0.0095079		0.00356054		0.0161804

		0.0307708		0.00876657		0.00354724		0.0172087

		0.0308175		0.00805038		0.00353424		0.0182957

		0.0308634		0.00736073		0.0035215		0.0194463

		0.0309084		0.00668749		0.00350903		0.0206658

		0.0309527		0.00604502		0.00349681		0.0219735

		0.0309962		0.00542059		0.00348483		0.0233748

		0.031039		0.00483211		0.00347308		0.0248903

				0.00426353		0.00346154		0.026541
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HighDwellCu

RampDownCu

LowDwellCu

RampUpCu

HD_Cu-6mm

RD_Cu-6mm

LD_Cu-6mm

RU_Cu-6mm

Strain (Z)

Stress Z (MPa)

Cu Baseplate

9.87353

6.42122

-45.6024

-37.8683

9.23847

-2.51737

-44.6278

-28.9891

8.69985

-11.2436

-44.1644

-20.142

8.26528

-16.847

-43.7344

-11.3478

7.93482

-19.3562

-43.3352

-2.67531

7.6978

-20.5855

-42.9741

5.78289

7.53602

-21.2609

-42.6478

14.0228

7.42808

-21.5338

-42.3498

21.9073

7.35334

-21.2658

-42.075

29.3273

7.29529

-21.0149

-41.82

36.0442

7.24359

-20.8189

-41.5817

41.5434

7.19366

-20.6586

-41.3582

45.5625

7.14439

-20.5962

-41.1476

48.0927

7.09614

-20.6241

-40.9486

49.2206

7.0495

-20.7793

-40.7598

49.1329

7.00487

-21.0607

-40.5802

47.7676

6.96242

-21.4283

-40.4091

45.7667

6.92218

-21.8679

-40.2455

43.5372

6.88407

-22.3716

-40.089

41.2034

6.84796

-22.9289

-39.9389

38.8742

6.81374

-23.541

-39.7947

36.4831

6.78127

-24.2023

-39.656

34.0941

6.75044

-24.8859

-39.5224

31.6071

6.72111

-25.6003

-39.3936

29.1533

6.69319

-26.3503

-39.2691

26.7453

6.66657

-27.1392

-39.1488

24.5001

6.64116

-28.0246

-39.0324

22.4053

6.61686

-28.9863

-38.9196

20.4748

6.59362

-30.0213

-38.8102

18.7481

6.57134

-31.1326

-38.7041

17.2615

6.54996

-32.266

-38.601

15.9572

6.52944

-33.5128

-38.5008

14.9148

6.5097

-34.8811

-38.4033

14.0519

6.4907

-36.3845

-38.3084

13.3235

6.47239

-37.9348

-38.2159

12.711

6.45474

-39.6629

-38.1258

12.1626

6.43769

-41.4574

-38.0379

11.6827

6.42122

-43.4812

-37.9521

11.2569

-45.6024

-37.8683

10.8781
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Impact of Ceramic and Metallization Thickness

Baseplate (Cu) thickness – 5 mm; ceramic – 0.63 mm Baseplate (Cu) thickness – 5 mm; metallization – 0.2 mm 

• Higher the coefficient of thermal expansion mismatch, higher the impact of stiffness 
variation is.
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MasterStudy

		

				Baseplate		Substrate		Strain Energy Density/Cycle (MPa)

				Copper		Si3N4		3.02

						AlN		2.42

						Al2O3		1.00

				AlSiC		Si3N4		0.224

						AlN		0.181

						Al2O3		0.377

				Al		Si3N4		6.00

						AlN		5.24

						Al2O3		3.17

				Substrate		Dimensions (mm)

				Si3N4		.2/.32/.2

				AlN

				Al2O3

				Al baseplate (5mm) with metallization CTE on alumina calculated using Curamik formula - ? MPa

				AlSiC baseplate (5mm) with alumina CTE as 6.8E-6 (from Curamik) -  0.25 MPa

				Cu baseplate (5mm) with AlN ceramic thickness as 0.32mm -  1.05 MPa





MasterStudy

		



Si3N4

AlN

Al2O3

Strain Energy Density/Cycle  (MPa)



BaseplateMat&ThkVariation

		All simulations in this tab did not account for solder meniscus at the edges; All simulations in the table are done with an APDL script

												Strain Energy Density/Cycle (MPa)

								Baseplate Thickness (mm)				Copper		AlSiC		Al

								6				3.40		0.23		6.97

						Standard		5				3.02		0.22		6.00

								4				2.54		0.22		4.86

								3				1.95		0.21		3.54

								2				1.22		0.20		2.08

								1				0.51		0.19		0.84

		5 mm Cu baseplate check (model from Workbech) - 3064402 Pa; this result matches well with F7

						Copper						AlSiC

		Time (s)		Temperature (°C)		XZ Stress (Pa)		XZ Stress (MPa)		XZ Strain		XZ Stress (Pa)		XZ Stress (MPa)		XZ Strain

		22396		150		-3.52E+06		-3.52		-0.215523		-1.77E+06		-1.77		-3.12E-03

		22412		150		-3.46E+06		-3.46		-0.216828		-1.84E+06		-1.84		-3.24E-03

		22427		150		-3.36E+06		-3.36		-0.217984		-1.83E+06		-1.83		-3.34E-03

		22443		150		-3.24E+06		-3.24		-0.218968		-1.82E+06		-1.82		-3.43E-03

		22459		150		-3.12E+06		-3.12		-0.219805		-1.81E+06		-1.81		-3.51E-03

		22475		150		-3.02E+06		-3.02		-0.220532		-1.79E+06		-1.79		-3.59E-03

		22491		150		-2.94E+06		-2.94		-0.221183		-1.77E+06		-1.77		-3.66E-03

		22506		150		-2.88E+06		-2.88		-0.221777		-1.74E+06		-1.74		-3.72E-03

		22522		150		-2.82E+06		-2.82		-0.222326		-1.72E+06		-1.72		-3.79E-03

		22538		150		-2.77E+06		-2.77		-0.222839		-1.70E+06		-1.70		-3.85E-03

		22554		150		-2.73E+06		-2.73		-0.223321		-1.68E+06		-1.68		-3.90E-03

		22569		150		-2.69E+06		-2.69		-0.223776		-1.67E+06		-1.67		-3.95E-03

		22585		150		-2.65E+06		-2.65		-0.224206		-1.65E+06		-1.65		-4.00E-03

		22601		150		-2.61E+06		-2.61		-0.224615		-1.63E+06		-1.63		-4.05E-03

		22617		150		-2.58E+06		-2.58		-0.225005		-1.61E+06		-1.61		-4.10E-03

		22633		150		-2.55E+06		-2.55		-0.225378		-1.60E+06		-1.60		-4.14E-03

		22648		150		-2.52E+06		-2.52		-0.225735		-1.58E+06		-1.58		-4.18E-03

		22664		150		-2.49E+06		-2.49		-0.226077		-1.57E+06		-1.57		-4.22E-03

		22680		150		-2.47E+06		-2.47		-0.226406		-1.55E+06		-1.55		-4.26E-03

		22696		150		-2.44E+06		-2.44		-0.226724		-1.54E+06		-1.54		-4.30E-03

		22712		150		-2.42E+06		-2.42		-0.22703		-1.53E+06		-1.53		-4.34E-03

		22727		150		-2.40E+06		-2.40		-0.227326		-1.52E+06		-1.52		-4.37E-03

		22743		150		-2.38E+06		-2.38		-0.227612		-1.50E+06		-1.50		-4.41E-03

		22759		150		-2.36E+06		-2.36		-0.22789		-1.49E+06		-1.49		-4.44E-03

		22775		150		-2.34E+06		-2.34		-0.228159		-1.48E+06		-1.48		-4.47E-03

		22791		150		-2.32E+06		-2.32		-0.22842		-1.47E+06		-1.47		-4.50E-03

		22806		150		-2.30E+06		-2.30		-0.228674		-1.46E+06		-1.46		-4.54E-03

		22822		150		-2.28E+06		-2.28		-0.228921		-1.45E+06		-1.45		-4.57E-03

		22838		150		-2.27E+06		-2.27		-0.229161		-1.44E+06		-1.44		-4.60E-03

		22854		150		-2.25E+06		-2.25		-0.229396		-1.43E+06		-1.43		-4.62E-03

		22869		150		-2.24E+06		-2.24		-0.229624		-1.42E+06		-1.42		-4.65E-03

		22885		150		-2.22E+06		-2.22		-0.229847		-1.41E+06		-1.41		-4.68E-03

		22901		150		-2.21E+06		-2.21		-0.230065		-1.41E+06		-1.41		-4.71E-03

		22917		150		-2.20E+06		-2.20		-0.230278		-1.40E+06		-1.40		-4.73E-03

		22933		150		-2.18E+06		-2.18		-0.230486		-1.39E+06		-1.39		-4.76E-03

		22948		150		-2.17E+06		-2.17		-0.23069		-1.38E+06		-1.38		-4.78E-03

		22964		150		-2.16E+06		-2.16		-0.230889		-1.37E+06		-1.37		-4.81E-03

		22980		150		-2.14E+06		-2.14		-0.231085		-1.37E+06		-1.37		-4.83E-03

		23040		145		-431089		-0.43		-0.231096		-1.66E+06		-1.66		-5.00E-03

		23100		140		1.20E+06		1.20		-0.230858		-1.73E+06		-1.73		-5.22E-03

		23160		135		2.11E+06		2.11		-0.230046		-1.58E+06		-1.58		-5.42E-03

		23220		130		2.67E+06		2.67		-0.228708		-1.34E+06		-1.34		-5.58E-03

		23280		125		3.07E+06		3.07		-0.226937		-1.07E+06		-1.07		-5.69E-03

		23340		120		3.40E+06		3.40		-0.224816		-810108		-0.81		-5.78E-03

		23400		115		3.70E+06		3.70		-0.222409		-569876		-0.57		-5.84E-03

		23460		110		3.97E+06		3.97		-0.219764		-357615		-0.36		-5.87E-03

		23520		105		4.28E+06		4.28		-0.216787		-174872		-0.17		-5.88E-03

		23580		100		4.52E+06		4.52		-0.213695		-20757.8		-0.02		-5.88E-03

		23640		95		4.79E+06		4.79		-0.210428		106625		0.11		-5.86E-03

		23700		90		5.04E+06		5.04		-0.207082		209401		0.21		-5.84E-03

		23760		85		5.32E+06		5.32		-0.203609		289320		0.29		-5.81E-03

		23820		80		5.59E+06		5.59		-0.200078		347830		0.35		-5.78E-03

		23880		75		5.87E+06		5.87		-0.196496		386065		0.39		-5.75E-03

		23940		70		6.17E+06		6.17		-0.192869		404792		0.40		-5.72E-03

		24000		65		6.48E+06		6.48		-0.189204		404237		0.40		-5.69E-03

		24060		60		6.80E+06		6.80		-0.185511		384345		0.38		-5.66E-03

		24120		55		7.14E+06		7.14		-0.181804		344907		0.34		-5.64E-03

		24180		50		7.49E+06		7.49		-0.178096		285497		0.29		-5.62E-03

		24240		45		7.85E+06		7.85		-0.174403		205332		0.21		-5.61E-03

		24300		40		8.23E+06		8.23		-0.17074		103468		0.10		-5.60E-03

		24360		35		8.63E+06		8.63		-0.167122		-21020.7		-0.02		-5.60E-03

		24420		30		9.04E+06		9.04		-0.163563		-169178		-0.17		-5.61E-03

		24480		25		9.47E+06		9.47		-0.160075		-342323		-0.34		-5.62E-03

		24540		20		9.92E+06		9.92		-0.156671		-541864		-0.54		-5.64E-03

		24600		15		1.04E+07		10.39		-0.153362		-769125		-0.77		-5.66E-03

		24660		10		1.09E+07		10.88		-0.150159		-1.03E+06		-1.03		-5.69E-03

		24720		5		1.14E+07		11.39		-0.147073		-1.31E+06		-1.31		-5.73E-03

		24780		0		1.19E+07		11.93		-0.144111		-1.63E+06		-1.63		-5.77E-03

		24840		-5		1.25E+07		12.49		-0.141284		-1.99E+06		-1.99		-5.82E-03

		24900		-10		1.31E+07		13.08		-0.138599		-2.38E+06		-2.38		-5.88E-03

		24960		-15		1.37E+07		13.70		-0.136062		-2.80E+06		-2.80		-5.94E-03

		25020		-20		1.43E+07		14.35		-0.133679		-3.27E+06		-3.27		-6.00E-03

		25080		-25		1.50E+07		15.02		-0.131452		-3.78E+06		-3.78		-6.07E-03

		25140		-30		1.57E+07		15.73		-0.129385		-4.34E+06		-4.34		-6.15E-03

		25200		-35		1.65E+07		16.48		-0.127477		-4.94E+06		-4.94		-6.23E-03

		25260		-40		1.73E+07		17.26		-0.125725		-5.60E+06		-5.60		-6.31E-03

		25276		-40		1.66E+07		16.61		-0.125472		-5.29E+06		-5.29		-6.33E-03

		25292		-40		1.67E+07		16.74		-0.125206		-5.04E+06		-5.04		-6.34E-03

		25307		-40		1.67E+07		16.70		-0.124958		-4.84E+06		-4.84		-6.35E-03

		25323		-40		1.66E+07		16.64		-0.124728		-4.67E+06		-4.67		-6.36E-03

		25339		-40		1.66E+07		16.59		-0.124512		-4.52E+06		-4.52		-6.36E-03

		25355		-40		1.65E+07		16.54		-0.124309		-4.38E+06		-4.38		-6.37E-03

		25371		-40		1.65E+07		16.50		-0.124116		-4.27E+06		-4.27		-6.37E-03

		25386		-40		1.65E+07		16.45		-0.123931		-4.16E+06		-4.16		-6.38E-03

		25402		-40		1.64E+07		16.41		-0.123755		-4.06E+06		-4.06		-6.38E-03

		25418		-40		1.64E+07		16.37		-0.123585		-3.97E+06		-3.97		-6.39E-03

		25434		-40		1.63E+07		16.33		-0.123421		-3.88E+06		-3.88		-6.39E-03

		25449		-40		1.63E+07		16.29		-0.123263		-3.81E+06		-3.81		-6.39E-03

		25465		-40		1.63E+07		16.25		-0.123109		-3.73E+06		-3.73		-6.39E-03

		25481		-40		1.62E+07		16.22		-0.122961		-3.66E+06		-3.66		-6.40E-03

		25497		-40		1.62E+07		16.18		-0.122816		-3.60E+06		-3.60		-6.40E-03

		25513		-40		1.61E+07		16.15		-0.122676		-3.54E+06		-3.54		-6.40E-03

		25528		-40		1.61E+07		16.11		-0.122539		-3.48E+06		-3.48		-6.40E-03

		25544		-40		1.61E+07		16.08		-0.122406		-3.42E+06		-3.42		-6.41E-03

		25560		-40		1.60E+07		16.04		-0.122275		-3.37E+06		-3.37		-6.41E-03

		25576		-40		1.60E+07		16.01		-0.122148		-3.32E+06		-3.32		-6.41E-03

		25592		-40		1.60E+07		15.98		-0.122023		-3.27E+06		-3.27		-6.41E-03

		25607		-40		1.60E+07		15.95		-0.121901		-3.23E+06		-3.23		-6.41E-03

		25623		-40		1.59E+07		15.92		-0.121782		-3.18E+06		-3.18		-6.41E-03

		25639		-40		1.59E+07		15.89		-0.121665		-3.14E+06		-3.14		-6.42E-03

		25655		-40		1.59E+07		15.86		-0.12155		-3.10E+06		-3.10		-6.42E-03

		25671		-40		1.58E+07		15.83		-0.121437		-3.06E+06		-3.06		-6.42E-03

		25686		-40		1.58E+07		15.81		-0.121326		-3.02E+06		-3.02		-6.42E-03

		25702		-40		1.58E+07		15.78		-0.121217		-2.98E+06		-2.98		-6.42E-03

		25718		-40		1.58E+07		15.75		-0.12111		-2.95E+06		-2.95		-6.42E-03

		25734		-40		1.57E+07		15.73		-0.121005		-2.91E+06		-2.91		-6.42E-03

		25749		-40		1.57E+07		15.70		-0.120901		-2.88E+06		-2.88		-6.42E-03

		25765		-40		1.57E+07		15.67		-0.120799		-2.85E+06		-2.85		-6.42E-03

		25781		-40		1.56E+07		15.65		-0.120699		-2.81E+06		-2.81		-6.43E-03

		25797		-40		1.56E+07		15.62		-0.1206		-2.78E+06		-2.78		-6.43E-03

		25813		-40		1.56E+07		15.60		-0.120502		-2.75E+06		-2.75		-6.43E-03

		25828		-40		1.56E+07		15.58		-0.120406		-2.72E+06		-2.72		-6.43E-03

		25844		-40		1.56E+07		15.55		-0.120311		-2.70E+06		-2.70		-6.43E-03

		25860		-40		1.55E+07		15.53		-0.120218		-2.67E+06		-2.67		-6.43E-03

		25920		-35		1.37E+07		13.69		-0.120098		-456279		-0.46		-6.43E-03

		25980		-30		1.19E+07		11.90		-0.120046		1.66E+06		1.66		-6.43E-03

		26040		-25		1.01E+07		10.11		-0.120016		3.71E+06		3.71		-6.43E-03

		26100		-20		8.25E+06		8.25		-0.119993		5.65E+06		5.65		-6.41E-03

		26160		-15		6.33E+06		6.33		-0.11997		7.39E+06		7.39		-6.34E-03

		26220		-10		4.32E+06		4.32		-0.119945		8.82E+06		8.82		-6.17E-03

		26280		-5		2.25E+06		2.25		-0.119931		9.80E+06		9.80		-5.86E-03

		26340		0		196274		0.20		-0.119958		1.02E+07		10.16		-5.42E-03

		26400		5		-1.70E+06		-1.70		-0.120062		1.01E+07		10.10		-4.89E-03

		26460		10		-3.36E+06		-3.36		-0.120281		9.79E+06		9.79		-4.32E-03

		26520		15		-4.74E+06		-4.74		-0.120653		9.33E+06		9.33		-3.77E-03

		26580		20		-5.79E+06		-5.79		-0.121212		8.79E+06		8.79		-3.25E-03

		26640		25		-6.48E+06		-6.48		-0.121978		8.23E+06		8.23		-2.76E-03

		26700		30		-6.84E+06		-6.84		-0.122956		7.65E+06		7.65		-2.31E-03

		26760		35		-6.93E+06		-6.93		-0.124137		7.07E+06		7.07		-1.89E-03

		26820		40		-6.86E+06		-6.86		-0.125506		6.48E+06		6.48		-1.50E-03

		26880		45		-6.71E+06		-6.71		-0.127054		5.90E+06		5.90		-1.15E-03

		26940		50		-6.55E+06		-6.55		-0.128785		5.32E+06		5.32		-8.27E-04

		27000		55		-6.40E+06		-6.40		-0.130708		4.75E+06		4.75		-5.36E-04

		27060		60		-6.26E+06		-6.26		-0.13284		4.18E+06		4.18		-2.75E-04

		27120		65		-6.12E+06		-6.12		-0.13519		3.63E+06		3.63		-4.35E-05

		27180		70		-6.04E+06		-6.04		-0.137897		3.08E+06		3.08		1.59E-04

		27240		75		-5.84E+06		-5.84		-0.140753		2.55E+06		2.55		3.33E-04

		27300		80		-5.71E+06		-5.71		-0.143885		2.04E+06		2.04		4.79E-04

		27360		85		-5.54E+06		-5.54		-0.147246		1.55E+06		1.55		5.94E-04

		27420		90		-5.37E+06		-5.37		-0.150812		1.08E+06		1.08		6.78E-04

		27480		95		-5.20E+06		-5.20		-0.154576		640856		0.64		7.28E-04

		27540		100		-5.03E+06		-5.03		-0.158545		235856		0.24		7.41E-04

		27600		105		-4.86E+06		-4.86		-0.162729		-132663		-0.13		7.16E-04

		27660		110		-4.71E+06		-4.71		-0.167139		-461953		-0.46		6.48E-04

		27720		115		-4.56E+06		-4.56		-0.171788		-750213		-0.75		5.34E-04

		27780		120		-4.42E+06		-4.42		-0.176691		-996774		-1.00		3.72E-04

		27840		125		-4.28E+06		-4.28		-0.181865		-1.20E+06		-1.20		1.59E-04

		27900		130		-4.17E+06		-4.17		-0.187438		-1.37E+06		-1.37		-1.07E-04

		27960		135		-4.04E+06		-4.04		-0.193251		-1.50E+06		-1.50		-4.29E-04

		28020		140		-3.93E+06		-3.93		-0.199455		-1.60E+06		-1.60		-8.08E-04

		28080		145		-3.82E+06		-3.82		-0.20604		-1.67E+06		-1.67		-1.25E-03

		28140		150		-3.72E+06		-3.72		-0.212998		-1.72E+06		-1.72		-1.75E-03





BaseplateMat&ThkVariation

		



Al

Copper

AlSiC

Baseplate Thickness (mm)

Strain Energy Density/Cycle (MPa)



SubstrateMat&ThkVariation

		



30 C

130 C

HighDwellCu

RampDownCu

LowDwellCu

RampUpCu

Strain (XZ)

Stress XZ (MPa)

Cu Baseplate



SubMetThkVariation

		



HighDwellCu

RampDownCu

LowDwellCu

RampUpCu

Strain (XZ)

Stress XZ (MPa)

AlSiC Baseplate



BaseplateFootPrintVariation

		

						Baseplate		Substrate		Substrate Thickness (mm)		Strain Energy Density/Cycle (MPa)

						Copper		Si3N4		0.25

										0.32		3.02

										0.5		4.35

										0.63		5.03

										0.75		5.51

										1

								Al2O3		0.25		0.77

										0.32		1.00

										0.5		1.46

										0.63		1.70

										0.75		1.87

										1		2.12

								AlN		0.25		1.89

										0.32		2.42

										0.5		3.44

										0.63		3.96

										0.75		4.32

										1

						Metallization thickness is 0.2 mm





BaseplateFootPrintVariation

		



Si3N4

AlN

Al2O3

Substrate Ceramic Thickness (mm)

Strain Energy Density/Cycle (MPa)



		

						Baseplate		Substrate		Substrate Thickness (mm)		Substrate Metallization Thickness (mm)		Strain Energy Density/Cycle (MPa)

						Copper		Si₃N₄		0.63		0.127		5.88

												0.2		5.03

												0.3		4.09

												0.4		3.34

												0.5		2.74

								Al₂O₃		0.63		0.127		2.02

												0.2		1.70

												0.3		1.36

												0.4		1.09

												0.5		0.88

								AlN		0.63		0.127		4.62

												0.2		3.96

												0.3		3.23

												0.4		2.64

												0.5		2.17

				Cu baseplate and 0.127 bottom metallization (without substrate ceramic and top metallization) - 30576.478 Pa

				Cu baseplate and 0.2 bottom metallization (without substrate ceramic and top metallization) - 30816.28 Pa





		



Si₃N₄

AlN

Al₂O₃

Substrate Metallization Thickness (mm)

Strain Energy Density/Cycle (MPa)



		

								Joint Length (mm)		Strain Energy Density/Cycle (MPa)

								24.4		3.02

								20.4

								16.4

								12.4





		



FootPrintVariation

Joint Length (mm)

Strain Energy Density/Cycle (MPa)
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• Reliability of a power electronics package is mainly determined by the CTE 
mismatch between the component layers.

• AlSiC baseplate offers superior reliability than Cu or Al baseplates.

• In addition to the CTE mismatch, stiffness mismatch also plays a role, but its 
impact is dependent on the inherent CTE mismatch.

• Thicker ceramic materials are not preferred, however thicker metallization 
layers can improve the package reliability.

Summary
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